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a b s t r a c t

Li2MnO3 powders were synthesized using the solid-state reaction with different Mn sources (Mn3O4 and
�-MnOOH). The Li2MnO3 powders were characterized by means of XRD, SEM, TEM, and electrochem-
ical testing. The resulting Li2MnO3 powders showed different physical properties and electrochemical
reversible capacities depending on their synthetic temperatures and Mn sources. The obtained discharge
eywords:
i2MnO3

omposite electrode
hase transformation
lectrochemical properties

capacities of two Li2MnO3 materials decreased with increasing calcination temperature. The Li2MnO3

synthesized using Mn3O4 as the starting material showed a high discharge capacity over 160 mAh g−1

after 25th cycle. It was found that the resulting Li2MnO3 powder using Mn3O4 was a composite consisting
of monoclinic Li2MnO3, LiMnO2, and LiMn2O4 phases. The reversible discharge capacity of Li2MnO3 in
this study originated from the transformation between layered LiMnO2 and cubic LiMn2O4 phases, which
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athode materials
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was confirmed by the diff

. Introduction

Lithium containing transition metal oxides LiMO2 (M = Co, Ni,
n) and the LiMn2O4 spinel have been extensively studied as a

otential cathode material for commercial lithium secondary bat-
eries. The manganese-based oxides are promising candidates for
he cathode material, because of their low cost, abundance and
on-toxicity [1,2]. Lithium manganese oxide, herein referred to as
he Li–Mn–O system, has three different stoichiometric composi-
ions, viz. LiMn2O4 (cubic, Fd3m), LiMnO2 (orthorhombic, Pmnm or

onoclinic, Pm2m), and Li2MnO3 (monoclinic, C2/m). In the case of
iMn2O4 spinel material, lithium ions are reversibly inserted into
nd extracted out of the host cubic spinel phase in two compo-
ition ranges, 0 ≤ x ≤ 1 and 1 ≤ x ≤ 2, which produce two voltage
lateaus at 4 V and 3 V, respectively [3,4]. The reversible capac-

ty of LiMn2O4 spinel material originates from the Mn3+/Mn4+

edox reactions (the average Mn oxidation state is +3.5). The other

iMnO2 layered materials form an LixMnO2 system, whose aver-
ge Mn oxidation state is 3+, and their electrochemical capacity
riginates from the Mn3+ to Mn4+ redox reaction. On the other
and, the oxidation state of Mn in Li2MnO3 is fixed at 4+, so that

∗ Corresponding author. Tel.: +82 62 530 1904; fax: +82 62 530 1909.
E-mail address: leeys@chonnam.ac.kr (Y.S. Lee).
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ial capacity, ex situ XRD, and HRTEM results.
© 2008 Elsevier B.V. All rights reserved.

his material does not show any electrochemical reaction, because
n4+ ions are very difficult to be oxidized to the Mn5+ state. Many

esearch groups reported that acid treatment is very effective to
btain electrochemically active Li2−xMnO3 material [5,6]. Further-
ore, Tabuchi et al. [7] and Numata and co-worker [8] recently

eported the syntheses of LiFeO2–Li2MnO3 and LiCoO2–Li2MnO3
olid solutions using the hydrothermal-postannealing method and
olid-state method, respectively. This showed a new way to uti-
ize inactive Li2MnO3 system as a cathode material for lithium
econdary battery.

In this study, the monoclinic Li2MnO3 was easily synthesized by
simple solid-state reaction from different Mn sources (Mn3O4 and
-MnOOH) and these materials showed unexpected electrochem-

cal reaction at room temperature. In order to reveal the unique
lectrochemical properties of Li/Li2MnO3 cell, the calcination con-
ition was strictly controlled in the range between 500 ◦C and
00 ◦C. We report herein the various powder properties and electro-
hemical characterizations of the Li2MnO3 materials synthesized
ith different Mn sources.

. Experimental
Li2MnO3 powders were synthesized using LiOH and two manganese sources
Mn3O4 and �-MnOOH) by the solid-state reaction. LiOH·H2O and the Mn source
cationic ratio of Li:Mn = 2:1) were simply ground and mixed using an agate mortar.
ach mixture was calcined at different temperatures (500–900 ◦C) for 12 h in a box
urnace with a heating rate of 10 ◦C min−1.

http://www.sciencedirect.com/science/journal/02540584
mailto:leeys@chonnam.ac.kr
dx.doi.org/10.1016/j.matchemphys.2008.06.028
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more easily synthesized than when used Mn3O4 starting mate-
rial. We suggest here that it is one important fundamental reason,
which induces different electrochemical and powder properties
between two Li2MnO3 materials. Table 1 presents the chemical
analysis of two resulting powders obtained at various calcination

Table 1
Chemical analysis of Li2MnO3 using different Mn sources

◦

ig. 1. X-ray diffraction (XRD) patterns of Li2MnO3 powders prepared using various
alcination temperatures using (a) Mn3O4 and (b) �-MnOOH precursor.

Powder X-ray diffraction (XRD, Rint 1000, Rigaku, Japan) using Cu K� radia-
ion was performed to identify the crystalline phase of the material. The particle

orphologies of the resulting compound were observed using a scanning electron
icroscope (SEM, JSM-5300E, Japan Electron, Ltd., Japan). Transmission electron
icroscope (TEM, JEM 2010, JEOL, Japan) equipped with an energy-dispersive X-ray

pectrometer (EDS) was employed to characterize the microstructure of the pow-
er. The Li and Mn concentrations in the resulting materials were analyzed using an

nductively coupled plasma spectrometer (ICP, SPS 7800, Seiko Instruments, Japan).
he specific surface area was measured in a Gemini 2375 instrument using the
runauer, Emmett, and Teller (BET) method.

The electrochemical characterization was performed using CR2032 coin-type
ell. The cathode consisted of 20 mg of accurately weighed active material and
2 mg of conductive binder (8 mg of teflonized acetylene black (TAB) and 4 mg of
raphite). It was pressed on a 200 mm2 stainless steel mesh used as the current
ollector at 300 kg cm−2 and dried at 200 ◦C for 5 h in an oven. This cell consisted
f a cathode and a lithium metal anode (Cyprus Foote Mineral Co.) separated by a
orous polypropylene film as the separator (Celgard 3401). The electrolyte used was
M LiPF6–ethylene carbonate (EC)/dimethyl carbonate (DMC) (1:2 by volume, Ube
hemical, Japan). The charge and discharge current density was 0.4 mA cm−2 with
cut-off voltage of 2.0–4.5 V at room temperature.

. Results and discussion

The stoichiometric starting materials of Li and Mn(2:1) with dif-
erent manganese sources were calcinated at various temperatures
or 12 h in air atmosphere. The corresponding XRD patterns of the
wo Li2MnO3 materials using different Mn sources are shown in
ig. 1. All XRD patterns presented a monoclinic Li2MnO3 structure
ith a space group of C2/m. It is well known that this structure
as a different cation distribution in the transition metal sites as
ompared with rock salt layered structures, such as LiMO2 (M = Ni,
o). We expected that the Li ions occupied the 3a sites and the
i–Mn mixed cations were located at the 3b sites, which could be
xpressed as [Li]3a[Li1/3Mn2/3]3b[O2]6c ordering. All of the XRD data
learly showed a well-developed super lattice peak at 2� = 20–35◦,
hich indicated the degree of development of the monoclinic struc-

ure of Li2MnO3. The XRD pattern of the Li2MnO3 synthesized using
-MnOOH showed that it was better crystallized to Li2MnO3, where
he asterisks on the peaks correspond to the development of an

n4+ hexagonal network for the monoclinic Li2MnO3. It means that
he �-MnOOH can more easily form a Li2MnO3 structure and well

eveloped at various calcination temperatures as compared with
n3O4. In our previous study [11], the manganese oxide phase of

he starting materials strongly affected the characteristics of the
btained pure and doped manganese oxide materials.

T

6
7
8

ig. 2. Variation in the lattice constants and volume of the prepared Li2MnO3 pow-
ers fired at various temperatures. The filled squares and open circles represent the
i2MnO3 prepared using Mn3O4 and �-MnOOH starting materials, respectively.

Fig. 2 shows the variation in the lattice constants of the Li2MnO3
owders obtained at various calcination temperatures. The filled
quares and open circles represent the Li2MnO3 powders syn-
hesized using Mn3O4 and �-MnOOH as the starting materials,
espectively. The lattice constants were calculated from the XRD
ata as shown in Fig. 1 by the least square method. As the cal-
ination temperature increases, the lattice constants (ah and ch)
ecreased, whereas bh increased. The larger lattice parameters, ah
nd ch, observed at lower calcination temperatures might be due to
he presence of an oxygen rich phase, leading to the reduction of the
verage oxidation state of Mn in the resulting product. Moreover,
he FWHM of the Li2MnO3 synthesized using Mn3O4 as the starting

aterial at lower temperature shows more broadening than that of
he Li2MnO3 synthesized using �-MnOOH as the starting material.

In order to reveal the dependence of Mn starting materials in
he resulting Li2MnO3 powder, the reaction mechanism was inves-
igated in this study. In the case of both starting materials, external
xygen is also necessary for the formation of Li2MnO3 and their
eaction equations are shown in the following equations:

LiOH + (1/3)Mn3O4 + (1/3)O2(air) → Li2MnO3 + H2O (1)

LiOH + �-MnOOH + (1/4)O2(air) → Li2MnO3 + (3/2)H2O (2)

herefore, the Li2MnO3 synthesized using Mn3O4 as the starting
aterial requires more oxygen to form an ideal Li2MnO3 mono-

linic structure. On the other hand, Li2MnO3 using �-MnOOH is
emperature ( C) Li2MnO3 using Mn3O4 Li2MnO3 using �-MnOOH

00 Li2Mn1.10O3.11 Li2Mn1.03O3.04

00 Li2Mn1.06O3.06 Li2Mn1.01O3.01

00 Li2Mn1.04O3.03 Li2Mn1.0O2.98
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nisms electrochemical Li removal are found to operate beyond the
Mn4+ state [13,14]. Anyway, high cut-off potential limited up 4.5 V
range, therefore amount of decomposition for electrolyte was lim-
ited, which can see dQ/dV curves as shown in Fig. 5. Therefore,
electrochemical capacity might occur when the discharge state
ig. 3. Discharge capacities as a function of cycle number for Li/Li2MnO3 cells with
arious calcination temperatures: (a) using Mn3O4 and (b) �-MnOOH precursor.

emperatures. This result well supports with the proposed above
ynthetic mechanism. The Li2MnO3 powder using Mn3O4 presents
nly a similar composition with stoichiometric material even
hough obtained at high temperature (800 ◦C) and the one obtained
t lower temperature (600 ◦C) shows the typical oxygen rich
ompound (LiMn2+xO3+y). On the other hand, the Li2MnO3 using
-MnOOH exhibits the stoichiometric composition at lower cal-
ination temperature (600–700 ◦C) and the powder obtained at
00 ◦C shows some oxygen deficiency.

Fig. 3 shows the discharge capacity vs. the number of cycles for
he Li/LiPF6–EC–DMC/Li2MnO3 cells cycled between 2.0 V and 4.5 V
ith a constant current density of 0.4 mA cm−2. It is well known

hat the ideal monoclinic Li2MnO3 material shows no electrochem-
cal reaction because the charge balance of this material can be
xpressed as Li1+

2 Mn4+O2−
3 . It means that the oxidation state of Mn

s 4+ which makes very difficult for it to participate in the electro-
hemical reaction with a cut-off window of 2.0–4.5 V. The discharge
apacities of the Li2MnO3 materials synthesized using �-MnOOH
t 500 ◦C, 600 ◦C, and 700 ◦C were very small and low as reported
n previous studies [9,10]. However, the electrochemical capacities
f the Li2MnO3 materials using Mn3O4 obtained at the same calci-
ation temperatures showed electrochemical activity, which shows

arge discharge capacities on the first discharge state and these cells
rastically increased capacity upon further cycling. It can be one
nique result that the electrochemical characterization of Li2MnO3
aterials depends on the sort of used starting materials during

ynthetic process.
It is also well known that the capacity of lithium metal oxides

s strongly related to the particle properties, such as shape, par-
icle distribution, and specific surface area [9–11]. This could be
n important key technology improving and optimizing cell per-
ormance for lithium secondary battery. In order to identify the
ependence for the morphological and crystalline change, SEM
nalysis was conducted on Li2MnO3 synthesized by difference of
n3O4, and �-MnOOH starting materials, respectively.
Fig. 4 shows the SEM images of the particle properties for the

i2MnO3 synthesized at 600 ◦C using Mn3O4 and �-MnOOH. The
owder obtained using Mn3O4 consisted of primarily particles

f 100–200 nm diameter with a small spherical one, which is a
ery small particle compared with that (3–30 �m) in the previous
eports [12].

However, the Li2MnO3 particle powder, which was obtained
sing �-MnOOH remarkably increased size and well-developed

F
�

nd Physics 112 (2008) 696–701

eedle-like particle shape, which is the typical crystalline pattern
f the compound using the �-MnOOH starting materials [11,12].
his indication could be confirmed in the SEM images shown in
ig. 4(b). It was considered that the particle size and shape of the
wo particles in this study were quite different, although two mate-
ials obtained at the same calcinations temperatures, which could
nduce various electrochemical properties during charge/discharge
rocess. Moreover, the small particle size can be an important rea-
on to induce the capacity increase of Li/Li2MnO3 using Mn3O4 cell
uring cycling, due to a large specific surface area (6.8 m2 g−1). From
he above results, we concluded that Li/Li2MnO3 using �-MnOOH
howed a similar electrochemical characterizations compared with
hat of conventional Li/Li2MnO3, but Li/Li2MnO3 using Mn3O4 pre-
ented quite electrochemical reversibility based on the unique
urface properties.

Then, what is the main reason/mechanism to induce the unique
ycle property in the Li/Li2MnO3 using Mn3O4 cell? Recently, two
ossible mechanisms were proposed by electrochemical activity of

ithium in Li2MnO3 structure. One of the possible reason was Li ion
an be removed by non-aqueous electrolyte oxidation, which gen-
rated H+ ions exchanged for Li+. Also Li+ ions can be removed by
2− loss, effective removal of Li2O. In each of two possible mecha-
ig. 4. SEM images of Li2MnO3 powders obtained at 600 ◦C (a) using Mn3O4 and (b)
-MnOOH precursor.
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(
XRD result and electrochemical analysis, the electron diffrac-
tion pattern of the as-prepared particles indicated that the main
phase is Li2MnO3. We also found small fractions of LiMnO2
and LiMn2O4 phases in the as-prepared particles. However, after
charge/discharge cycling, the sub-phases in the cycled electrodes
ig. 5. (a) Charge–discharge voltage profiles of Li/Li2MnO3 cells prepared at 600 ◦C
ith Mn3O4 starting precursor, and (b) their differential capacity vs. voltage, and

he inset figure is the Li/LiMn2O4 cell.

f the Li/Li2MnO3 cells, which was related to reduction and/or
xidation of Mn ions between 4+ and 3+ during electrochemi-
al cycling. Also we can see that the shape of charge/discharge
urves might be concerned with both spinel (LiMn2O4) and lay-
red (orthorhombic or monoclinic LiMnO2) types, respectively. As
hown in Fig. 5, the charge/discharge curves present three distinct
egions, which consist of spinel (LiMn2O4), spinel + layered, and
ayered (orthorhombic or monoclinic LiMnO2) types, respectively.
he initial discharge curves in the 4 V regions might involve the
articipation of the spinel and layered type composite electrodes.
oreover, the diagonal shape of the voltage curve between 4 V and
V is associated with the typical LixMnO2 (O3 type layered) or
rthorhombic LiMnO2 electrode structure [15,16]. As lithium ions
re inserted into the host structure, the voltage profiles undergo
nother plateau at around 3 V. The 3 V plateau is one of the char-
cteristic features of the spinel Li1+xMn2O4 structure, in which
ithium ions are inserted into the octahedral sites. Notice that
he 4 V and 3 V plateaus become increasingly flatter on further
ycling, which suggests that the structure has slowly transformed
nto a spinel structure. This observation agrees well with the pre-

ious reports that the layered LixMnO2 was transformed to the
pinel phase during insertion/extraction of lithium ions [17,18]. It
s speculated that the increased electrochemical capacity of the
i/Li2MnO3 cell obtained using Mn3O4 can be partly attributed to
he formation of a composite structure, which can be assumed by

F
a
a

nd Physics 112 (2008) 696–701 699

he 0.6Li2MnO3–0.4LiMn2O4 electrode by theoretical calculation.
ig. 5(b) shows the differential capacity vs. voltage profiles of the
i/Li2MnO3 cells at various cycles and that of the spinel Li/LiMn2O4
ell is presented in the inset of Fig. 5(b) for comparison. The dif-
erential capacity of the Li/Li2MnO3 cell has only one redox peak
n the first cycle, as can be seen from Fig. 5(b). However, this sin-
le redox peak gradually divides into two redox peaks in the 3 V
nd 3.5 V regions, respectively. Moreover, each of these peaks is
urther moved at higher voltage regions at around 4 V peaks divid-
ng after the 50th cycle, which might well match on the normal
pinel LiMn2O4 properties with two clear redox couples at 3.95 V
nd 4.1 V as shown in inset figure. Accordingly, these results indicate
hat the insertion/extraction of lithium ions occurs in a multi-stage
rocess and that phase transitions occur from a layered to cubic
pinel structure.

In order to identify the structural changes of the Li/Li2MnO3
btained using Mn3O4 cells, it was performed ex situ XRD mea-
urements after cycling. To investigate the structural difference of
he cathode before and after cycling, each tested cell was left in
glove box for 2 days to reach equilibrium after the cycling. The

lectrodes after cycling were washed with DMC solution to remove
iPF6 salt. Fig. 6 shows the ex situ XRD patterns of each cycled elec-
rode after various cycling. The phase transitions occurred after the
rst cycle for the Li2MnO3 host material, followed by the appear-
nce of another phase at a lower angle. Moreover, the fraction
f the original phase considerably decreased after the 30th cycle,
hereas that of the newly formed phase increased, as can be seen

n Fig. 6. Especially, the super lattice structure peaks at around
� = 20–25◦ almost disappeared after the 50th cycle, which means
hat an irreversible phase transformation occurred due to the elec-
rochemical reaction of the electro-active Li2MnO3. Unfortunately,
t is impossible to define structural refinements clearly, due to the
ower crystallinity. However, we could find that this new structure

ight consist of LixMn2O4 and LiMnO2 (O3 type or orthorhombic)
tructures.

The microstructures of the as-prepared materials and cycled
lectrodes were examined using transmission electron microscopy
HRTEM), as shown in Fig. 7. In agreement with the ex situ
ig. 6. Ex situ XRD patterns of Li2MnO3 electrode prepared at a calcination temper-
ture of 600 ◦C. All of the electrodes were carefully disassembled after each cycle in
n argon filled glove box.
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ig. 7. SAD patterns (zone 1 0 0) of Li2MnO3 electrode obtained at 600 ◦C. (a), (c) a
i2MnO3, LiMnO2, and LiMn2O4 phases, respectively; (b), (d) and (f) were obtained
iMn2O4 phases, respectively.

ontained a small fraction of LiMnO2 and LiMn2O4 phases. We
re unsure of the exact fraction of the tetragonal phase, which
esulted from the transformation of spinel LiMn2O4 phase, due to
he limited number of particles examined using TEM. However, we
elieve that the fraction should be negligible, since the XRD data
id not show presence of appreciable amount of the layered LiMnO2
nd LiMn2O4 spinel phases. The diffraction patterns indicate that
he defected Li2MnO3 structure may also be transformed into the
iMnO2 and LiMn2O4 symmetry. We suggested that the observed
lectrochemical capacity in the Li/Li2MnO3 cell might have been
rought about by the presence of impurity phase, such as partially
rdered LiMnO2 and LiMn2O4 phases in the resulting material.
. Conclusion

Monoclinic Li2MnO3 powders were prepared by the solid-state
eaction using Mn3O4 and �-MnOOH precursors. The Li2MnO3

A

e

) were obtained before the cycling of the electrode, and indicated the presence of
the cycling of the electrode, and indicated the presence of Li2MnO3, LiMnO2, and

ynthesized using different starting materials and calcination
emperatures showed different structural properties, surface mor-
hologies, and electrochemical reversible capacities. The Li2MnO3
ynthesized using �-MnOOH was better crystallized than that syn-
hesized using Mn3O4, because of the development of Mn4+ ions
n the monoclinic Li2MnO3 structure. According to the ex situ XRD,
ifferential capacity analysis, and HRTEM study, the Li2MnO3 mate-
ial synthesized using Mn3O4 at 600 ◦C was mainly composed of
i2MnO3, sub-LiMnO2, and sub-LiMn2O4 phases. Moreover, the
i/Li2MnO3 cell was gradually transformed between the LiMnO2
nd LiMn2O4 phases during cycling (2.0–4.5 V).
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