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Exceptional  elevated  temperature  performance  of high  voltage  spinel  cathodes  are  realized  by  LiFePO4

coating  in  a single-step  process  at 600 ◦C under  Ar flow.  First,  the  single-phase  spinel  LiNi0.5Mn1.5O4 is
prepared  via  sol-gel  route  by optimizing  the  adipic  acid concentration  (0 - 1 mol.).  Then,  the  high  per-
forming  spinel  phase  (0.7  mol.  adipic  acid  treated)  is subjected  to  LiFePO4 modification  by  conventional
two-step  coating  procedure  with  various  coating  concentrations  (1-3  wt.%).  Single-step  LiFePO4 coating
procedure  also  performed  at 550 ◦C under  Ar atmosphere  for  the comparison.  Although  LiFePO4 modified

◦

ithium-ion battery
igh voltage spinel
livine phosphate coating
ol-gel

LiNi0.5Mn1.5O4 delivered  appreciable  performance  in  elevated  temperature  (55 C),  but  it  is  not  sufficient
for  the  practical  applications.  Therefore,  fine tuning  of the  LiFePO4 (1 wt.%)  formation  temperature  (500-
600 ◦C)  have  been  varied  to achieve  excellent  electrochemical  profiles  at elevated  temperature  conditions.
The  presence  of thin  LiFePO4 have  been  confirmed  by  high  resolution  TEM  studies  and  supported  well
with  EDAX  measurements.
. Introduction

Ni-substituted spinel cathode (LiNi0.5Mn1.5O4) is attracted as
romising high voltage candidate for the fabrication of high energy
ensity Li-ion power packs to drive zero emission transporta-
ion applications especially electric vehicles (EV) [1–5]. Spinel
iNi0.5Mn1.5O4 is considered as ∼4.7 V vs. Li candidate for Li-ion bat-
ery applications by utilizing Ni2+/4+ redox couple which is slightly
igher than the thermodynamic stability window of carbonate
ased electrolyte[1,2,6–9]. Therefore, achieving good electrochem-

cal performance is quite challenging for this kind of cathodes. In
ddition, the said phase exists in two polymorphs likely disordered
iNi0.5Mn1.5O4-� (non-stoichiometry) structure with Fd3̄m, space
roup, and ordered stoichiometric LiNi0.5Mn1.5O4 compound with
4332 space group. In the disordered phase, Ni and Mn,  Li and O
toms are occupied in the 16d octahedral sites, 8a tetrahedral sites

nd 32e sites, respectively. However, Ni, Mn,  and Li atoms are occu-
ied in the 4a,  12d, and 4c sites and O ions are occupied in the 8c
nd 24e sites for the ordered structure. Ni and Mn  are distributed

∗ Corresponding authors.
E-mail addresses: aravind van@yahoo.com (V. Aravindan), wsyoon@skku.edu

W.-S. Yoon), leeys@chonnam.ac.kr (Y.-S. Lee).
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randomly in the 16d octahedral sites for the disordered phase
whereas very regular ordering is noted for stoichiometric phase
[2,10]. In addition, disordered phase consists of trace amount
of Mn3+ ions which translates increase in electrical conductiv-
ity profile. Very flat and discrete discharge profiles at ∼4.7 V
vs. Li are noted for ordered and disordered phases, respectively
[1]. Irrespective of the polymorph, LiNi0.5Mn1.5O4 delivered good
electrochemical profiles at ambient temperature conditions. Unfor-
tunately, the elevated temperature performance is the main issue
for the development of such high voltage cathodes and it is one of
the important pre-requisite for EV applications[2]. In this regard,
several approaches like metal doping in transition metals sites,
Li-sites and creating O2 deficiencies are also been carried out
[2]. In addition, surface modification with carbonaceous mate-
rials, metals, metal oxides, metal fluorides, phosphates and so
on. Although improvement in the elevated temperature perform-
ances have been achieved, but still significant improvements are
anticipated for such high voltage spinel cathode. In this line,
taking the advantages of olivine phase LiFePO4 cathodes like
high thermal stability due to the strong P–O co-valet bond, eco-

friendliness and low cost, we  made an attempt to employ LiFePO4
modification over LiNi0.5Mn1.5O4 particulates by sol-gel process
[4,11,12]. Unfortunately, the previous attempt by Liu et al. [13] over
spinel LiNi0.5Mn1.5O4 particulates by LiFePO4 modification using

dx.doi.org/10.1016/j.electacta.2014.06.054
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carbonate:dimethyl carbonate (WC:DMC, 1:1 by vol., Soulbrain Co.,
Ltd., Korea). Galvanostatic charge-discharge studies were carried
out between 3.5–5 V vs. Li under ambient and elevated temperature
(55 ◦C) conditions at constant current density of 0.8 mA  cm−2.

0 10 20 30 40 50 60 70 80
0

40

80

120

160

Cycle numb er

0 20 40 60 80 100 120 140

3.5

4.0

4.5

5.0

 0 M
 0.5 M
 0.7  M
 1.0 M

(c)

(b)

P
ot

en
ti

al
 (

V
 v

s.
 L

i)

Capacity (mAh g-1)

(a)

0 10 20 30 40 50 60 70 80
0

40

80

120

160

 0 M
 0.5 M
 0.7 M
 1.0 M

C
ap

ac
it

y 
(m

A
h 

g
-1
)

Fig. 2. (a) Initial discharge curves of LiNi0.5Mn1.5O4 cathodes in half-cell assembly
between 3.5-5 V vs. Li at current density of 0.8 mA cm−2 for various molar ratio of
adipic acid to total metal ions, (b) Plot of discharge capacity vs. cycle number at
ambient temperature conditions, and (c) Plot of discharge capacity vs. cycle number
for adipic acid to total metal ion concentration is 0.7 molar at 55 ◦C.

(a)
W.H. Jang et al. / Electroch

echano-fusion dry process results the heterogeneous coating
hich results discrete discharge capacity profiles at ∼4.7 and ∼3.4 V

s. Li. Further, such coating process requires relatively large amount
f coating substance (20 wt.% LiFePO4) which leads to the forma-
ion of LiNi0.5Mn1.5O4-LiFePO4 composite instead of thin layer of
iFePO4 coating. Optimization of the high performance LiFePO4
odified LiNi0.5Mn1.5O4 cathodes with extensive structural and

lectrochemical properties were carried out and described in detail.

. Experimental

Scalable adipic acid assisted sol-gel technique was  adopted
o synthesize Ni-doped spinel LiNi0.5Mn1.5O4 powders described
y us [14,15]. Very briefly, Li(CH3COO)· H2O (Junsei Chem,
apan), Ni(CH3COO)· 4H2O (Aldrich, USA), and Mn(CH3COO)· 4H2O
Aldrich, USA) were dissolved separately in double distilled water
ccording to the stoichiometric ratio and mixed together with
ppropriate amount of adipic acid (C6H10O4, Sigma-Aldrich, USA).
hen the mixture was stirred continuously at 90 ◦C to yield precur-
or powder. The precursor powder was pre-calcined at ∼450 ◦C for
0 h to decompose the organic moieties. Finally, the intermediate
roduct was collected, pelletized, and fired at 700 ◦C for 12 h in air to
ield single-phase LiNi0.5Mn1.5O4. For the LiFePO4 modification, the
toichiometric amount of starting materials like Li(CH3COO).H2O,
e(CH3COO)2 and H3PO4 were dissolved in ethanol and an appro-
riate amount of adipic acid containing solution was  also added
ogether. Later, LiNi0.5Mn1.5O4 particles were dispersed in to above
olution and dried at 80 ◦C to evaporate the ethanol to obtain
he precursor powder. The precursor powder was fired directly
n a single step to yield the LiFePO4 modified LiNi0.5Mn1.5O4
hases or the olivine coating was done in a two-step process like
iFePO4 synthesis at 400 ◦C for 3 h and 670 ◦C for 5 h. Both sin-
le and two-step process calcination has been performed under Ar
tmosphere.

X-ray diffraction (XRD) measurements were performed using
int 1000, Rigaku, Japan X-ray diffractometer equipped with a
u K� radiation. Surface morphological features of the powders
ere analyzed by field emission scanning electron microscopy

FE-SEM, S4700, Hitachi, Japan). Internal structural of the spinel
articles were carried out using transmission electron microscopy
TEM, TECNAI, Philips, The Netherlands). Raman spectra were also
ecorded using a lab Raman dispersive spectrometer (Lab Ram HR
00, Horiba, Japan). All the electrochemical studies were performed
sing CR 2032 coin-cell configuration. The composite electrodes
ere farmulated with accurately weighed 20 mg  of active material,
 mg  conductive additive (super P), and 3 mg  of teflonized acetelene
lack (TAB-2) using ethanol. The resulting composite slurry was
ressed over a 200 mm2 stainless steel mesh current collector. The
alf-cells assembly was construcvted with composite cathode and
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ig. 1. XRD patterns of LiMn1.5Ni0.5O4 obtained with various molar ratio of adipic
cid  to total metal ions, (a) 0, (b) 0.5, (c) 0.7, and (d) 1.0.
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metalic lithium anode, which was separated by porous polypropyl-
ene film (Celgard 3401, USA) and gelled with 1 M LiPF6 in ethylene
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Fig. 3. XRD patterns of LiMn1.5Ni0.5O4 cathodes with LiFePO4 coating (a) two step
calcination at 400 ◦C for 3 h and 670 ◦C for 5 h in Ar flow, and (b) one step calcination
at  various concentrations at 550 ◦C for 6 h in Ar flow.
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. Results and discussion

.1. Optimization of adipic acid concentration

Fig. 1 represents the XRD pattern of spinel LiNi0.5Mn1.5O4 par-
icles prepared with various concentrations of adipic acid from 0
o 1 mol  with respect to total metal ions present in the compound
repared at 700 ◦C for 12 h. All the prepared phase materials exhib-

ted single phase without any noticeable impurity except LixNi1-xO
hich is inevitable during the synthesis of Ni-doped spinel irre-

pective of the synthesis technique[10]. The observed reflections
re indexed according to the P4332 space group with well ordered
tructure[16]. The formation of P4332 space group was further con-
rmed by Raman analysis (Figure S1) which is consistent with

revious report [16]. Galvanostatic cycling profiles were performed
etween 3.5-5 V vs. Li at current density of 0.8 mA  cm−2 in ambient
onditions and given Fig. 2. The discharge capacity curves shows

ig. 4. FE-SEM pictures of (a) pure LiMn1.5Ni0.5O4 cathodes, (b) LiMn1.5Ni0.5O4 cathodes m
iFePO4 by two step calcination at 400 ◦C for 3 h and 670 ◦C for 5 h in Ar flow, and (d) LiM
odified with 3 wt.% LiFePO4 by one step calcination at 550 ◦C for 6 h in Ar flow.
Acta 137 (2014) 404–410

very flat operating potential at ∼4.7 V vs. Li, which clearly sug-
gests the presence of well ordered structure irrespective of the
adipic acid concentration. Further, there is no splitting occurred
between the oxidation of Ni2+/Ni4+ (Ni2+/Ni3+ and Ni3+/Ni4+). All
the test cells delivered a reversible capacity in the range of 130-135
mAh  g−1 in ambient temperature conditions. In addition, the spinel
phase prepared by adipic acid free (0 mol.) clearly showed the pres-
ence of trace amount Mn3+, whereas rest of the phases showed
well-ordered structure composed of Mn4+ ions. This clearly sug-
gests the importance of the usage of surfactant for the complete
oxidation of Mn3+ to Mn4+ during the synthesis. From one cycle
it is very hard to identify best composition for the further stud-
ies. Therefore, cycling studies are continued up to 80 cycles under
the same testing conditions (Fig. 2b). Apparent to note that, spinel

LiNi0.5Mn1.5O4 prepared with 0.7 molar adipic acid concentration
is found promising compared to rest of the concentrations. Hence,
a duplicate cell was  fabricated with 0.7 molar adipic acid assisted

odified with 1 wt.% LiFePO4 and (c) LiMn1.5Ni0.5O4 cathodes modified with 3 wt.%
n1.5Ni0.5O4 cathodes modified with 1 wt.% LiFePO4 and (e) LiMn1.5Ni0.5O4 cathodes
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Fig. 5. (a) Typical discharge curves of LiNi0.5Mn1.5O4 cathodes in half-cell assembly
between 3.5-5 V vs. Li at current density of 0.8 mA cm−2 for various concentrations
W.H. Jang et al. / Electroch

pinel LiNi0.5Mn1.5O4 phase compound and tested in elevated tem-
erature conditions (55 ◦C) and illustrated in Fig. 2c. Severe capacity
ading in noted during the cycling and found that the test cell is dead
ithin 50 cycles. This kind of poor performance at elevated tem-
erature conditions is the main obstacle to employ them in high
erformance applications in EV and HEV applications [3]. This poor
levated temperature performance opens the research activities
xtensively to improve such high voltage cathode. As mentioned
arlier, there are several works attempted to improve the high
emperature performance likely surface modification and transi-
ion metal site doping. In the present case, based on our previous
uccessful attempts to improve the high temperature performance
f layered type LiNi0.5Co0.2Mn0.3O2 by LiFePO4 modification [17],
e attempted same strategy LiNi0.5Mn1.5O4 particulates. In gen-

ral, the LiFePO4 synthesis will be carried out in a two-step sol-gel
rocess and described elsewhere [18–20]. In order to ensure the
ynthesis of LiFePO4, we repeated our previous procedures in the
ame synthetic strategy by adipic acid assisted sol-gel route (Figure
2) and satisfactory electrochemical profiles are noted (Figure S3).

.2. Influence of LiFePO4 coating protocol

The LiFePO4 coating over spinel LiNi0.5Mn1.5O4 particulates (0.7
olar adipic acid) were performed in two approaches with two

ifferent weight ratios of olivine phase (1 and 3 wt.%). First, the
iFePO4 coating has been performed similar to the conventional
ol-gel synthesis by-two step manner under Ar atmosphere (two-
tep calcination at 400 ◦C for 3 h and 670 ◦C for 5 h) and secondly,
he LiFePO4 coating has been done in a single step at 550 ◦C under Ar
ow. Fig. 3 represents the XRD pattern of LiFePO4 modified spinel
iNi0.5Mn1.5O4 powders in single and two- step process under
r atmosphere. Apparent to note that, there is no peak positions
re observed related to LiFePO4 phase, which is too low for the
etectable limitations of the X-ray diffractometer. Further, there

s no variation in the peak position of the spinel LiNi0.5Mn1.5O4
oted for single-step LiFePO4 coating. On the other hand, shifting
f peak positions towards lower angels are observed for two-step
rocess, except (1 1 1) peak. Fig. 4 shows the surface morphologi-
al features of the LiFePO4 modified spinel LiNi0.5Mn1.5O4. Weakly
ggregated particulate morphology is noted for the 0.7 mol. adipic
cid assisted spinel phase. Highly dispersed particulate morphol-
gy is observed for single-step process, whereas highly aggregated
orphology is apparent for two-step process. This clearly suggests

hat two-step LiFePO4 coating strongly influence the structural and
orphological properties of spinel cathode.
Electrochemical profiles of the LiFePO4 modified spinel

iNi0.5Mn1.5O4 powders are carried out between 3.5-5 V vs. Li
t current density of 0.8 mA  cm−2 in ambient temperature con-
itions and shown in Fig. 5. The cell delivered the maximum
eversible capacity of ∼141, ∼125 and 120 mAh  g−1 for pure
0.7 mol. adipic acid treated) and LiNi0.5Mn1.5O4 modified with
iFePO4 modified 1 wt.% and 3 wt.%, respectively by single step
rocess. All the three phases presented the very flat operating
otential of ∼4.7 V vs. Li, but LiFePO4 modified LiNi0.5Mn1.5O4
owders showed the presence of trace amount of Mn3+ which is
learly evident from the small flat region around ∼4 V vs. Li. The
resence of ∼4 V vs. Li in the LiFePO4 modified phases is mainly
ue to the carbo-thermal reduction reaction of residual carbon
resent in the olivine phase precursors which includes the sur-
actant adipic acid. On the other hand, unusual charge-discharge
urves are observed for the LiFePO4 modified LiNi0.5Mn1.5O4 pow-
ers by conventional two-step process with less reversible capacity

ompared to the pure (0.7 mol. adipic acid treated) and single-
tep LiFePO4 treatment in ambient temperature conditions. The
est cells delivered the reversible capacity of ∼65 and ∼67 mAh
−1 for LiFePO4 modified phases treated with two-step process
of  LiFePO4 concentration and calcination process, (b) Plot of discharge capacity vs.
cycle number at ambient temperature conditions.

by 1 and 3 wt.%, respectively. Plot of reversible capacity vs. cycle
number is given in Fig. 5b. Very stable cycling profiles are noted
for the LiFePO4 modified LiNi0.5Mn1.5O4 powders prepared by sin-
gle step process at 550 ◦C under Ar flow. For example, the test
cell retained ∼88, ∼95 and ∼95% of initial capacity after 80 cycles
for pure (0.7 mol. adipic acid treated) and LiNi0.5Mn1.5O4 mod-
ified with LiFePO4 modified 1 wt.% and 3 wt.%, respectively by
single step process. Although, 1and 3 wt.% of LiFePO4 modification
showed more or less similar retention behavior, but the reversible
capacity values of entirely different which is worth to mention
here. However, the LiFePO4 modification carried out in two-step
process delivered less reversible capacity, but showed very sta-
ble cycling behavior for the tested 80 cycles. In both cases 1 wt.%
LiFePO4 is found promising in terms of reversibility and cycleabil-
ity and hence, further studies are carried out with mentioned
phases.

The elevated temperature profiles are carried out between 3.5-
5 V vs. Li at current density of 0.8 mA  cm−2 and presented in Fig. 6.
As expected, test cells delivered the discharge capacity of ∼133,
∼125 and ∼75 mAh  g−1 for pure (0.7 mol. adipic acid treated) and
LiNi0.5Mn1.5O4 modified with LiFePO4 modified 1 wt.% by single-
step and two-step processes, respectively. Unlike that of ambient
temperature performance, splitting of the discharge curves are
noted which is mainly because of the oxidation of Ni2+/3+ and
Ni3+/4+. In the case of ambient temperature, the intermediate split-
ting of Ni2+/3+ and Ni3+/4+ has been merged (Ni2+/4+) as a prominent
single plateau at ∼4.7 V vs. Li [9]. The discharge capacity profiles at
elevated temperature conditions are given in Fig. 6b. Apparent to
note that, LiFePO4 modification over (0.7 mol. adipic acid treated)
LiNi0.5Mn1.5O4 particulate certainly provides the improved perfor-
mance. Amongst, the LiFePO4 modification by single-step process
is found appealing in terms of reversible capacity and cycleability
which delivered appreciable cycleability up to 60 cycles. After-

wards, a drastic capacity fading is noted, which clearly suggest
further optimization of the LiFePO4 coating over (0.7 mol. adipic
acid treated) LiNi0.5Mn1.5O4 particulates are required to sustain the
improved performance.
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Fig. 6. (a) Typical discharge curves LiNi0.5Mn1.5O4 cathodes in half-cell assembly
between 3.5-5 V vs. Li at current density of 0.8 mA cm−2 with 1 wt.% of LiFePO4 con-
centration modified by different calcination process at 550 ◦C under Ar atmosphere
in  elevated temperature conditions, (b) Plot of discharge capacity vs. cycle number
at 55 ◦C.
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Fig. 8. FE-SEM pictures of (a) pure LiMn1.5Ni0.5O4 cathodes, (b) LiMn1.5Ni0.5O4 cathodes w
LiFePO4 sintered at 550 ◦C for 6 h, and (d) LiMn1.5Ni0.5O4 cathodes with 1 wt.% LiFePO4 sin
Fig. 7. (a) XRD patterns of pure LiMn1.5Ni0.5O4, and the LiMn1.5Ni0.5O4 cathodes
modified with 1 wt.% LiFePO4 by one step calcination at various sintering tempera-
tures for 6 h in Ar flow (b) 500 ◦C, (c) 550 ◦C and (d) 600 ◦C.

3.3. Optimization of LiFePO4 coating by single-step process

Except LiFePO4 sintering temperature, rest of the parameters
like adipic acid concentration and LiFePO4 concentration have been
well documented. Therefore, optimization of LiFePO4 (1 wt.%) for-
mation temperature is very crucial to achieve high performance
cathode active material. Fig. 7 represents the XRD patterns of
LiFePO4 modified LiNi0.5Mn1.5O4 particulates by single-step pro-
cess at various temperature conditions along with pure spinel
phase (0.7 mol. adipic acid treated). It can be seen that there is
no shift in the peak positions are noted, which clearly suggests

synthesis LiFePO4 did not influence of structural properties. The
morphological features of LiFePO4 modified LiNi0.5Mn1.5O4 par-
ticulates by single-step process at various temperatures under Ar
atmosphere is given in Fig. 8. SEM pictures clearly revealed the

ith 1 wt.% LiFePO4 sintered at 500 ◦C for 6 h, (c) LiMn1.5Ni0.5O4 cathodes with 1 wt.%
tered at 600 ◦C for 6 h.
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Fig. 9. (a) Typical discharge curves of the 1 wt.% of LiFePO4 modified LiNi0.5Mn1.5O4
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Fig. 10. (a) Typical discharge curves of the 1 wt.% of LiFePO4 modified LiNi0.5Mn1.5O4

cells in half-cell assembly between 3.5-5 V vs. Li at current density of 0.8 mA cm−2

with various calcination temperatures for 6 h along with pure phase compound in
55 ◦C, and (b) Plot of discharge capacity vs. cycle number.
Fig.  10 (a) Typical discharge curves of the 1 wt.% of LiFePO4 modified LiNi0.5Mn1.5O4

cells in half-cell assembly between 3.5-5 V vs. Li at current density of 0.8 mA cm−2

F
f

ells in half-cell assembly between 3.5-5 V vs. Li at current density of 0.8 mA cm−2

ith various calcination temperatures for 6 h along with pure phase compound in
mbient temperature conditions and (b) Plot of discharge capacity vs. cycle number.

resence of particulate morphology irrespective of the sintering
emperature. At 600 ◦C, slightly aggregated morphology is noted
ompared to the rest of the calcination temperatures and pure
hase.

Electrochemical profiles of LiFePO4 modified LiNi0.5Mn1.5O4
owders are carried out between 3.5-5 V vs. Li at current density
f 0.8 mA  cm−2 in ambient temperature and given in Fig. 9. The test
ells delivered the reversible capacity of ∼141, ∼136, ∼132 and
125 for pure (0.7 mol. adipic acid treated), 500, 550 and 600 ◦C,

espectively. It is worth to mention that, a trace amount of Mn3+

s found in all the LiFePO4 modified phases which has been clearly
vident from the presence of a small region around ∼4 V vs. Li. Obvi-
us to notice that increase in carbo-thermal reduction activity of

n4+/3+ reduction with increase in sintering temperature. In addi-

ion to reduction of more Mn4+ ions, decrease in capacity trend is
lso noted with increase in temperature. Plot of reversible capac-
ty vs. cycle number is given in Fig. 9b. In ambient temperature

ig. 11. High-resolution TEM pictures of (a) pure phase LiNi0.5Mn1.5O4, and (b) 1 wt.% LiF
or  6 h under Ar flow.
with various calcination temperatures for 6 h along with pure phase compound in
55 ◦C, and (b) Plot of discharge capacity vs. cycle number.

conditions, all the cells delivered very stable discharge capac-
ity profiles. The test cells rendered ∼88, ∼89, ∼90 and ∼95% of
reversible capacity after 80 cycles (calculated from 2nd cycle)
for pure (0.7 mol. adipic acid treated), 500, 550 and 600 ◦C,
respectively. Although LiFePO4 modification carried out at 600 ◦C
delivered lower capacity, but presented an appreciable capac-
ity retention characteristics in ambient temperature conditions.
Another important criterion is the high temperature performance,
which is essential to employ them in high performance applications
like HEV and EV [21].
Elevated temperature performance was  carried out between
3.5-5 V vs. Li at current density of 0.8 mA  cm−2 in elevated tem-
perature conditions and illustrated in Fig. 10. As noted in the

ePO4 modified LiNi0.5Mn1.5O4 cathodes prepared by one step calcination at 600 ◦C
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mbient temperature conditions, decreasing capacity profiles are
oted when increasing the LiFePO4 sintering temperature. How-
ver, variation in the reversible capacity is negligible irrespective
f the sintering temperature compared to ambient temperature,
or example test cells delivered the maximum discharge capac-
ty of ∼138, ∼130, ∼127 and ∼131 for pure (0.7 mol. adipic acid
reated), 500, 550 and 600 ◦C, respectively. Cycling profiles clearly
howed the exceptional elevated temperature of LiFePO4 modified
iNi0.5Mn1.5O4 powders (600 ◦C) compared to rest of the phases
ested and retained ∼91% of initial capacity. This clearly showed
hat the presence of LiFePO4 layer certainly provides the necessary
hermal stability for the high voltage spinel cathode in elevated
onditions [22]. As a result, excellent elevated performance are
oted, since it is well known that, the existence of strong cova-

ent P–O bonding in olivine phase certainly translates improved
igh temperature performance [23]. Further, appropriate optimiza-
ion of such LiFePO4 layer formation and its shielding to prevent
he undesired activity towards electrolyte solution to achieve such
utstanding performance for high voltage spinel cannot be ruled
ut. Moreover, the presence of such coating not only enables the
mprovement in high temperature performance and also the safety
f the Li-ion cell as well.

To validate the presence of LiFePO4 coating, high resolution TEM
tudies have been performed and given in Fig. 11. Pure spinel phase
0.7 mol. adipic acid treated) also compared with the LiFePO4 modi-
ed LiNi0.5Mn1.5O4 at 600 ◦C. Obvious to notice the presence of very
mooth surface profiles, whereas LiFePO4 modified LiNi0.5Mn1.5O4
howed a very thin coating layer of ∼2 nm thick. The thin layer
s none other than LiFePO4, which is further supported by energy
ispersive X-ray analysis (Figure S4).

. Conclusion

To conclude, an outstanding electrochemical performance at
levated temperature conditions was noted for LiFePO4 modified
igh voltage spinel LiNi0.5Mn1.5O4 cathodes. Adipic acid concen-
ration, LiFePO4 concentration, single or two-step coating process,
iFePO4 formation temperature were optimized to achieve high
erforming cathode active material to construct high energy den-
ity Li-ion power packs. Presence of strong P–O covalent bonding in
he olivine phase LiFePO4 translates the necessary thermal stability
o spinel cathode to realize the high temperature performance. This
learly provides that, the LiFePO4 coating can be easily adopted to
est of the cathodes like LiMn2O4, LiCoO2, Li(CoNiMn)1/3O2 etc. to
mprove the cell safety and elevated temperature profiles as well.
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