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Studies on the electrochemical intercalation/
de-intercalation mechanism of NiMn,O,4 for high
stable pseudocapacitor electrodesy

K. Vijaya Sankar,® S. Surendran,? K. Pandi,® A. M. Allin, V. D. Nithya,® Y. S. Lee
and R. Kalai Selvan*?

Sub-micron sized polyhedral shaped NiMn,O, particles were successfully prepared by a glycine assisted
solution combustion method. The phase purity and the presence of functional groups in NiMn,O4 were
revealed through X-ray diffraction (XRD) and Fourier transform infrared spectroscopy (FT-IR),
respectively. The formation of polyhedral shaped particles was inferred by field emission scanning
electron microscopy (FE-SEM). The negative temperature coefficient of resistance (NTCR) behaviour of
NiMn,O,4 was observed using a solid state impedance analyser in the measured temperature range
between 30 and 180 °C. Further, electrochemical studies revealed that NiMn,O, stores the charge
through intercalation rather than by a capacitive mechanism. The electrode stores 91% of the specific
capacitance by intercalation and 9% by a capacitive mechanism. Also, NiMn,O,4 possesses a specific
capacitance of 202 F g™* at 0.5 mA cm ™2 in 1 M Na,SO, electrolyte and exhibits excellent cyclic stability
over 15000 cycles. Similarly, the fabricated asymmetric device (FeVO4||NiMn,O,4) also delivers good
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1. Introduction

It is well known that supercapacitors or ultracapacitors have
higher power density than batteries; therefore they can be used in
high power applications like hybrid electrical vehicles. Based on
the charge storage mechanism and the type of electrodes, they are
categorised into three types such as (i) electrical double layer (EDL)
capacitors, (ii) pseudocapacitors and (iii) hybrid supercapacitors.
In EDL capacitors, the charge is stored by the accumulation of
electronic and ionic charges at the electrode/electrolyte interface
via electrostatic interaction. Due to the surface storage of ions, the
EDL capacitor has limited energy density but it has higher power
density. Various carbon based nanostructured materials are
employed as electrode materials for EDL capacitors because of
their large surface area and electronic conductivity. On the other
hand, the pseudocapacitor stores the charge based on the fast
surface redox reaction or charge transfer reaction which improves
the energy density than the EDL capacitor. Consequently, the
power density is less when compared with EDL capacitor. This
may be due to the usage of low surface area materials and larger
discharge time or battery like behaviour. In addition, the Faradaic
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specific capacitance (50 F g~ at 1 mV s7%) and cyclic stability.

capacitance arises generally from (i) underpotential deposition, (ii)
surface redox reaction and (iii) intercalation reaction.' In under-
potential deposition, the electroactive species from the electrolyte
gets adsorbed on the surface of the electrode and undergoes redox
reaction at particular potential. The surface redox reaction occurs
when the electrolyte ions are adsorbed on the surface of the
electrode followed by charge transfer between the electrode and
electrolyte. Similarly, in intercalation/de-intercalation reaction, the
electrolyte ions moved into/from the electrode matrix and undergo
redox reaction." In hybrid supercapacitor, both EDL capacitive and
pseudocapacitive mechanisms occurs individually in positive and
negative electrodes, respectively. It delivers high energy density,
high specific capacitance and wider working potential window
than EDL capacitor and pseudocapacitor. However, the charge and
mass balancing between the electrodes is little difficult.

Various metal hydroxides, oxides (MOs) and conducting
polymers (CPs) are employed as electrode material for pseudo-
capacitor. Use of conducting polymers for practical applications
is limited due to their poor cyclic stability unlike MOs.*®
Therefore, the spinel structured mixed metal oxides are getting
pronounced interests in recent times due to the presence of
various oxidation state metal cations, multiple redox reactions,”
improved active sites, good cyclic stability, and electronic
conductivity.® It has been reported that various spinel ferrites,
MFe,0, (M = Fe, Co, Ni, Mn, Zn),>" cobaltites, MC0,0,
(M = Co, Ni, Mn)"*** and manganites MMn,0, (M = Mn, Co,
Ni)”*”** have been used as the potential electrodes for
pseudocapacitors.
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In this line, the present study explored the applicability of
spinel NiMn,0, for the supercapacitor electrode. NiMn,O, is
one of the semiconducting materials and widely used as
thermistor, effective catalyst for the decomposition of waste
gases such as CO and N,O and ferromagnetic material.'”*®
Literature depicts that only scarce amount of work has been
reported on the application of NiMn,O, as electrode for
supercapacitors.'””'® Especially, Pang et al have prepared
NiMn,0, by calcination of oxalate precursors and investigated
the effect of morphology on electrochemical properties and
obtained the maximum specific capacitance of 180 F g~ * at 250
mA g ' for porous plate like morphology.”” Mesoporous
NiMn,0, prepared by Ren et al., using two solvent methods and
achieved the voltammetry specific capacitance of 94 F g~ ' at 1
mV s~ .* Zhang et al. has prepared the mesoporous NiMn,O,
using sol-gel method and obtained the specific capacitance of
243 Fg 'at 5 mV s 'in 1 M Na,SO, electrolyte."

In the present work, simple glycine assisted solution
combustion method was adopted to prepare NiMn,O, particles.
Since the combustion method has its own advantages over
other methods like short reaction time, low ignition tempera-
ture, avoids prolonged high temperature calcination, simple
experimental setup, cheap raw materials and cost effective.
Eventhough, the scarce amount of work has been reported on
the preparation of NiMn,O, for pseudocapacitors, no literature
describes the intercalation/de-intercalation mechanism and the
amount of charge stored in inner and outer surface of the
electrodes. Hence, this may be first report of its kind to explain
the electrochemical charge storage mechanism using Power law
and to calculate the amount of charge stored in the inner and
outer surface of NiMn,0O, electrode using Trassati plot in 1 M
Na,SO, electrolyte. As well as it is explored the performance of
the fabricated asymmetric FeVO,4||NiMn,0, supercapacitor.

2. Experimental methods and
materials

All the chemicals are of analytical grade and were used
without any further purification. Stoichiometric quantities of
Ni(NO3),-4H,0 and MnCl,-6H,0 were used as cation precur-
sors and glycine was used as a fuel. The cation precursors were
dissolved in minimum amount of double distilled water indi-
vidually. Then, MnCl,-6H,0 solution was added drop wise into
Ni(NO;),-4H,O solution. Further, the glycine solution was
added drop wise into the above mixture with continuous stir-
ring. Subsequently, the pH of the solution was adjusted to 8 by
using ammonia solution. Finally, the mixture was dehydrated at
80 °C using hot plate to obtain gel like sticky-paste. Immedi-
ately, the gel was transferred to the heater at 300 °C for the
combustion reaction. During combustion, voluminous fumes
come out and finally the foamy powder of NiMn,O, was
obtained. Further, the foamy powder was calcinated at 800 °C to
improve the crystallinity.

The phase purity and compound formation was character-
ized by an X-ray Diffractometer, Bruker D8 Advance with Cu Ko
radiation. The functional groups were analysed using Bruker
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Tensor27 FT-IR Instrument. The morphology of the material
was analysed using FE-SEM (Quanta FEG 250). The electrical
behaviour of the material was studied using a computer
controlled impedance analyzer HIOKI 3532 LCR HITESTER in
the frequency ranging from 42 Hz to 4 MHz. The powder
sample was pressed into a 1 cm ™" diameter pellet at a pressure
of 50 kg cm™? under identical condition. The electrochemical
analysis such as cyclic voltammogram, and galvanostatic
charge-discharge were carried out using Bio-Logic SP150 elec-
trochemical workstation.

To prepare the working electrode, NiMn,O, active material
was mixed with conductive additive (carbon black), and binder
(PVDF) in the weight ratio of 80 : 15 : 5. It was mixed using NMP
as a solvent (0.3 ml) and was ground well for 1 hour and coated
on a1l x 1 cm?” stainless steel plate. The coated electrode is
dried at 60 °C for overnight. The prepared electrode underwent
electrochemical investigation in 1 M Na,SO, electrolyte using a
three electrode system. Here, Ag/AgCl and platinum wire were
used as reference and counter electrodes, respectively.

3. Results and discussion
Structural and morphological properties

The single phase formation and crystal structure of NiMn,O,
was examined by XRD analysis. Fig. 1(a) shows the XRD pattern
of NiMn,O, particles. It can be seen that the observed high
intensity, sharp and well defined peaks are well consistent with
the standard (JCPDS no. 71-0852). Further, the observed
diffraction planes are (111), (220), (311), (222), (400), (422),
(511), (440), and (533) corresponding to d-spacing of 4.853,
2.972, 2.534, 2.421, 2.099, 1.716, 1.618, 1.485 and 1.281 A,
respectively, which confirms the single phase formation of
NiMn,0,. The obtained peaks are assigned to the cubic face
centred structure. The calculated lattice constant of NiMn,O, is
8.400 A. It is well matched with the reported value of 8.406 A.>*2
According to Scherrer equation,* the peak broadening is mainly
dependent upon the grain size. For a small grain, the peak
broadening is high and vice versa. In the present case, the XRD
peaks are sharp and high intense which evidences the larger
grain size of 77 nm. It is well known that large grain size
particles have a lower grain boundary resistance which leads to
an increase in the electrical conductivity of the material.
Further, the functional groups presence in the NiMn,O,
before and after combustion reaction was analysed using FT-IR
spectra (Fig. 1(b and c)). Generally, it is used to identify the
local structure of the material via its molecular vibrations asso-
ciated with the functional groups within the material.******
Before combustion, the NiMn,O, precursor contains the strong
band at 1382 cm ™' which corresponds to the characteristic
vibration of NO; ™. As well as the bands observed at 1419 cm™?,
1582 cm ™', and 1735 ecm™ ' infers the presence of stretching
vibration of COO™, C=C and C=O0 groups, respectively. On the
other hand, two characteristic vibration bands observed around
600 and 400 cm ™" in the calcinated NiMn,O,. It is assigned to
vibration mode of tetrahedral groups of Mn**-0O*" and octahe-
dral group vibration of Ni**~0?, which confirms the formation of
NiMn,0,."*** In addition, the vibration bands observed at
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Fig. 1 X-ray diffraction (a), FT-IR spectra of before (b) and after (c) combustion, XPS spectra of the convoluted Ni (d), Mn (e), O (f) and FESEM

image (f) of NiMn,Oy4.

~3500 cm ™" and ~1600 cm " corresponds to O-H stretching and
bending vibration of surface adsorbed water molecules, respec-
tively. This surface adsorbed water molecules facilitate the
wettability of the electrode which improved the electrochemical
performances. Interestingly, no other organic functional groups
were observed after combustion reaction, which confirms the
complete burning of organic residues during combustion
reaction.

The X-ray photoelectron spectroscopy is used to identify the
surface composition of NiMn,0O, and the convoluted spectrum of
Ni, Mn and O are given in (Fig. 1(d-f)). It can be seen that Ni
shows two different binding energies at 854.47 eV for Ni 2p;,
state and 872.05 eV corresponds to Ni 2p,,, state. Similarly, the
Mn also shows two binding energy peaks at 641.78 eV and 653.43
eV are ascribed to the Mn 2P;,, and Mn 2P, ,, respectively. The O
1s peak is observed at 529.57 eV. Overall, the XPS spectra also
confirms the formation of NiMn,O, in pure phase.?***

Fig. 1(g) shows the FE-SEM images of NiMn,O,. It shows the
formation of submicron size polyhedral shape individual parti-
cles with partial agglomeration. It can also be seen that the
presence of octahedral shape particles, which may be formed by
the assembly of primary particles.** Normally, combustion
synthesis provides agglomerated nanosized particles without any
crystallographic shape. Interestingly, in the present work it is
observed the formation of polyhedral shape NiMn,0, particles.

Electrical properties

Fig. 2 shows the Cole-Cole plot of NiMn,0O, measured from
room temperature to ambient temperature (180 °C). The

This journal is © The Royal Society of Chemistry 2015

observed single semicircle at the middle frequency region is due
to the parallel combination of bulk resistance (R,) and bulk
capacitance (Cyp) for all the temperature conditions. The Ry,
value is easily measured from the intersection of semicircle on
the x-axis at low frequency or diameter of the semicircle. The
intersection of the semicircle on the x-axis is shifted towards
high frequency region while increasing the measuring temper-
ature. This decrease in R}, with increasing temperature infers
the semiconducting negative temperature co-efficient of resis-
tance (NTCR) behaviour of NiMn,0, crystals. It is well known
that at room temperature, the grain boundary resistance is
dominant for conduction. Subsequently, the grain boundary
effect gets diminished with increasing temperature in turn
causing high conductivity.””>* Hence, the grain size and
nature of grain boundary plays a vital role for the electrical
conductivity.”*** Using Cole-Cole plot, the d.c. conductivity is
calculated and the maximum conductivity obtained was
1.1564 x 107> S em ' at 180 °C. The room temperature
conductive behaviour of the material reveals that the NiMn,0,
will be a suitable material for energy storage applications.

Electrochemical properties of NiMn,0, (3 electrode system)

In order to understand the electrochemical performance and
charge storage kinetics of NiMn,0, for energy storage applica-
tions, cyclic voltammetry (CV) was carried out at different scan
rates and are shown in Fig. 3(a). The observed rectangular CV
curve reveals that NiMn,0, electrode is having good electro-
chemical reversibility and low internal resistance. Further, the
rectangularity of the CV curve is maintained even at higher scan
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Fig. 2 Cole-Cole plot of NiMn,O4 at various temperatures (room
temperature to 180 °C) and inset is the enlarged view.

rate which reveals the good electrochemical performance of the
electrode. In addition, there is no O, or H, gas evolution observed
at the edges of switching potential. It reveals that the NiMn,0,
electrode can work in the wide range of potential window from
—0.2 to 0.8 V without any damage. It is well known that area
under the CV curve implies the total amount of charge stored
based on pseudocapacitive and ion adsorption/desorption reac-
tion. Subsequently, the CV curve justifies that the current rate
increases with increasing scan rate. From CV curve, the obtained
specific capacitance is 146 F g~ ' at 2 mV s~ . Fig. 3(b) shows the
variation of specific capacitance with scan rate. It shows that at
low scan rate, the electrode provides good and higher capaci-
tance. But at higher scan rate, the electrode gives the lower
specific capacitance. The reason for the variation of specific
capacitance with scan rate is reported else where.” At low scan
rate, the ions from electrolyte are having unlimited time to access
the electrode both inside and outside surface, which leads to
accommodating more number of ions into the electrode.
Subsequently, at higher scan rates, the ions have ability to access
only the outer surface of the electrode due to the limited time.
Hence, the electrode exhibit lower specific capacitance at higher
scan rates. Thus it reveals that the specific capacitance of the
electrode material highly depends on the scan rate.

Generally, the CV current is the combination of both
capacitive as well as intercalation/de-intercalation currents.
Hence, the total amount of charge stored in the electrode is due
to the combination of both capacitive and intercalation mech-
anisms. As well as, the capacitive mechanism consists of two
different processes like surface redox or pseudocapacitive and
ion adsorption/desorption at the electrode and electrolyte
interface. According to Power's law, the scan rate dependence of
CV current can be expressed as**~**

i=dv (1)

where, » is scan rate (V s™'), d and b are the adjustable
parameters. The ‘b’ value can be determined from the slope of
linear fit of log i vs. log v plot at a fixed potential (V). It is well
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Fig. 3 Voltammetric response of NiMn,Oy4 (a) at different scan rate, (b)
variation of specific capacitance as a function of scan rate, (c) variation
of log(i) vs. log(scan rate) for Power's law, and (d) b-value plotted as a
function of different potentials.

known that the b value has two conditions, like b = 0.5 for
intercalation/de-intercalation of ions into/from the electrode or
diffusion controlled process and b = 1 for capacitive process or
non-diffusive controlled process.**** This is the best way to
know the charge storage mechanism of electrode in each
potential. Fig. 3(c) represents the plot between log i vs. log » at
different potentials. It shows that the value of b is closer to 0.5 at
each potential and is shown in Fig. 3(d). It evidenced that the
intercalation of ions dominate for storing charge at all poten-
tials rather than capacitive mechanism. Hence, the CV current
is directly proportional to the square root of scan rate. The
charge storage mechanism of NiMn,O, is explained based on
intercalation/de-intercalation mechanism as"

NiMn,0,4 + Na* + ¢~ < NaNiMn,O4 (2)

It explains that during charging process the Na' ions from
the electrolyte intercalate into NiMn,O, matrix and release one
electron. On the other hand, during discharging Na" ions are
de-intercalated from NiMn,O, matrix and diffuse into the
electrolytic solution. It is well known that the scan rate depen-
dent intercalation/de-intercalation and capacitive current can
be explained using the following expression®-**

i (V) = k@) + k(') (3)

where, ky(v) and k,(v*/?) represents the capacitive current and
intercalation/de-intercalation current, which can be obtained by
modifying the above equation.

i (VW2 = k(") + ks (4)

where, k; and k, corresponds to the slope and intercept of the
linear fit of the plot between 7 (V)/v*/* and »"/?. Once we know the
values of k; and k,, the current contribution through the
intercalation/de-intercalation and capacitive mechanism can be
easily distinguished at each potential. The shaded area of
Fig. 4(a) implies the current contributed from capacitive

This journal is © The Royal Society of Chemistry 2015
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mechanism. Similarly, the un-shaded current area reveals the
charge storage based intercalation/de-intercalation mecha-
nism. Overall, it can be concluded that the maximum amount of
charge is stored based on intercalation/de-intercalation mech-
anism rather than capacitive mechanism. This behaviour is well
substantiated by the calculated “b” values from the CV curves.
Fig. 4(b) shows the total capacitance through intercalation
and capacitive mechanism with scan rate. It reveals that the
maximum amount of specific capacitance is derived from
intercalation mechanisms rather than capacitive mechanism at
low scan rate of 2 mV s, i.e., the electrode stores 91% of charge
based on intercalation mechanism and 9% of charge based on
capacitive mechanism. On the other hand, while increasing scan
rate, the specific capacitance contribution from capacitive
mechanism increased and decreased the capacitance contribu-
tion from intercalation mechanism. However, while increasing
scan rate, the capacitive current increased gradually and inter-
calation current decreases and vice versa. It indicates that at high
scan rate, the electrolyte ions do not have sufficient time to
intercalate/de-intercalate into/from the NiMn,O, matrix. Hence,
the electrolyte ions undergo adsorption/desorption at the
electrode/electrolyte interface. Overall, it is believed that the
intercalation/de-intercalation mechanism is more dominant
than capacitive mechanism at low scan rate and vice versa.
Further, the amount of specific capacitance contributed
from inner and outer surface of the electrode is calculated using
Trassati equation. According to Trassati, the total specific
capacitance is the sum of specific capacitance provided by inner
and outer surface of the electrode. It can be expressed as®**>*

Ctotal =Cp + Cout (F gil) (5)

The specific capacitance contributed from inner and outer
surface of the electrode is dependent upon the scan rate (v). The
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Fig. 4 (a) Comparative total current obtained experimentally (solid
line) and capacitive current (shaded area), (b) variation of capacitive
and intercalation specific capacitance as a function of scan rate, and (c
and d) Trassati plot for calculation specific capacitance contribution of
total and outer surface of the electrode.
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intercept (v = 0) of Cyorar vs. ¥V plot exhibits the total specific
capacitance, since the diffusion of electrolyte ions into the
electrode is uncontrolled (Fig. 4(c)). Similarly, the specific
capacitance contributed by the outer surface is obtained from
the intercept (v = ) of Cqy vs. ¥~ ** plot because the diffusion
of ions into the electrode is controlled (Fig. 4(d)). The calculated
total and outer surface specific capacitance exhibited by the
electrode is 137 and 22 F g~ ' respectively. Hence, the specific
capacitance exhibited by the inner surface of the electrode is
115 F g~ . It reflects that more number of active sites is present
in the inner surface of the electrode due to the intercalation of
ions. This may be due to the presence of surface adsorbed water
molecules which facilitate the increase in ionic diffusivity and
accessibility into the electrode.

In order to further support the CV results, the galvanostatic
charge-discharge (GCD) analysis were carried out in 1 M
Na,S0, electrolyte. Fig. 5(a) shows the GCD curves of NiMn,0,
at different current densities such as 0.5, 0.7, 1, 2, 3, 4, and 5 mA
ecm > The partial symmetric behaviour of the GCD curve
resembles good reversibility of NiMn,O,. There is no significant
IR drop observed at the beginning of discharge time even at
high current density. It evidenced that the electrode material is
having low internal resistance and energy loss. The maximum
obtained specific capacitance is 202 F g~ " at a current density of
0.5 mA cm™ 2. The obtained specific capacitance is higher than
the reported values of 180 F g~ " at 250 mA g ', 94 F g ' at
1 mV s 1171 At low current density, (Fig. 5(b)) the obtained
maximum specific capacitance is due to the ions from electro-
Iyte which access both inner and outer surface of the electrode
material. On the other hand, the specific capacitance is low at
higher current densities due to inaccessibility of ions into inner
surface of the electrode material. The obtained maximum
energy density is 28.055 W h ke™' at a power density of
250 W kg™ '. In order to further substantiate the GCD results,
the area occupied by hydrated Na* ions on the surface of the
electrode material is calculated®® and are given in Fig. 5(c). It
indicates that at low current density, a large area is occupied by
the Na' hydrated ions on the surface. It is because the ions from
electrolyte have enough time to interact with the active elec-
trode which in turn causes a high specific capacitance. Simi-
larly, the increase in current density leads to a decrease in the
area occupied by ions on the surface of the electrode material. It
is due to the limited accessibility of ions into the electrode
which leads to the decrease in specific capacitance at higher
current density.

The cyclic stability of the NiMn,O, electrode is studied up to
15 000 cycles (Fig. 6) in 1 M Na,SO, electrolyte at a current
density of 5 mA cm 2. During initial cycles, the specific capac-
itance of the electrode is found to increased with increasing
cycles. This is the normal behaviour of the oxide materials,
which may be due to the phase transition or morphological
changes or activation effect in the electrode material.”*>*
Subsequently, the specific capacitance of the electrode is
uniformly maintained upto 15 000 cycles. Similarly, the elec-
trode provides the 100% Coulombic efficiency. The obtained
cycling stability is comparatively excellent when compared with
the previous reports.*>** Especially, Zhao et al. has reported that
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the N-doped graphene/Fe,O; composite exhibited the cycle life
of 82.5% over 1000 cycles.*> Ray et al. prepared the titania
nanotube/CoS composite using electrodeposition method
which delivered 80% capacitance retention over 1000 cycles.*
Using successive ionic layer adsorption and reaction method,
a-La,0; was prepared that provided 85% of initial specific
capacitance over 1000 cycles.** The carbon@MnO, core-shell
structured electrode showed 74% of capacitance retention after
2000 cycles.*® The Sb-doped SnO, coated MnO, exhibited 88.4%
of initial specific capacitance after 1000 cycles.*® The N-doped
graphene hollow sphere delivered 96% of initial specific
capacitance even after 5000 cycles.*” Ni(OH),/graphene/Ni foam
electrode showed only 51% of specific capacitance retention
after 500 cycles.*® Min et al. has prepared Ni(OH),-RGO, which
showed 90.6% of cycling stability over 5000 cycles.** Zhu et al.
has prepared reduced graphene oxide/$-MnO, using hydro-
thermal method and reported 96.3% of initial specific capaci-
tance after 10 000 cycles.®® The NiO/Co;0, showed 90% over
3000 cycles.”* In the present case, the obtained high energy
density and cycle life may be due to the polyhedral morphology,
high electronic conductivity and method of synthesis. Overall,
the good electrochemical performance and excellent cyclic
stability embosses that the prepared NiMn,0, electrode mate-
rial is suitable for supercapacitors applications.

Electrochemical performances of fabricated asymmetric
supercapacitor

In order to further exploit the scope of the prepared NiMn,O,
electrode, an asymmetric supercapacitor is fabricated and
studied its detailed electrochemical performances and cycling
stability. In this regard, FeVO, is used as the negative electrode
for the fabrication. It is well known that the Fe based
compounds will work in the negative window due to the redox
reaction of Fe**/Fe’" species. The synthesis, structural, electrical
and electrochemical properties of the prepared FeVO, is given
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Fig. 6 Cyclic stability of NiMn,O4 over 15 000 cycles at 5mA cm™2 in
1 M Na,SO,4 electrolyte and inset corresponds to 1st and 15 000th
cycle GCDs curve.

elsewhere.”* Fig. 7(a) shows the CV curve of the fabricated
device at different working potential windows of 1, 1.2, 1.4 and
1.5 Vat 5 mV s *. It can be seen that no H,/O, evolution is
observed in the reduction/oxidation reactions, which indicates
the optimal potential window of the device is 1.5 V. The CV
curves of device at different scan rates are shown in Fig. 7(b).
The CV current is increased with increasing scan rate indicates
that the direct proportionality between CV current and scan
rates. The calculated specific capacitance is 50 Fg~ ' at 1mVs .
Subsequently, the specific capacitance of the device is decreased
with increasing scan rate (Fig. 7(c)). It is the normal behaviour
which occurred due to the less interaction time between the
electrode and electrolyte ions.

Subsequently, the GCD analysis is carried out at different
current densities of 0.5, 1 and 3 mA and is given in Fig. S1(a).T It
is observed that the discharge time is decreased while
increasing current densities. The calculated specific capaci-
tances are 50, 40, 35, 32, 24, 16, and 13 F g’1 at 0.2, 0.3, 0.4, 0.5,
1, 2, and 3 mA, respectively. Further, the energy (E..;;) and power
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Fig. 7 (a and b) CV curves of asymmetric device at different working
potential and various scan rates, (c) variation of specific capacitance
with scan rates, (d) cycle life of the device over 15 000 cycles.
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(Pcen) density is calculated.” The calculated maximum energy
and power density is 15.625 W h kg™' and 1125 W kg™,
respectively (Fig. S1(b)f). The cyclic stability of the device is
(Fig. 7(d)) investigated over 15 000 cycles at 3 mA. During initial
cycling, the specific capacitance of the device is increased due to
the activation effect or increasing wettability and started to
decrease further cycling.”®> However, above 10 000 cycles, it
maintains the initial capacitance. The obtained cycling stability
is comparatively better than the existing literatures.>*** Overall,
the fabricated asymmetric FeVO,||NiMn,0, supercapacitor is
the best combination which can work upto 1.5 V in aqueous
electrolyte. This enhanced potential window of the device may
be due to the best combination of positive (NiMn,O,) and
negative (FeVO,) electrode.

4. Conclusion

Polyhedral shape NiMn,0, particles were successfully prepared
using glycine assisted combustion method. The XRD and FT-IR
confirms the formation of single phase of NiMn,O,. The Cole-
Cole plot revealed that NiMn,O, is having a semiconductor
nature as well as NTCR behaviour as its conductivity increases
with increase in temperature. Subsequently, the intercalation/
de-intercalation mechanism was identified as a dominant
mechanism for storing charge in NiMn,0O, rather than capaci-
tive mechanism. The obtained higher specific capacitance
(202 F g7'), energy density (28.055 W h kg™'), and good cyclic
stability elaborates that NiMn,O, is suitable electrode material
for supercapacitor applications. Subsequently, the fabricated
device exhibits good specific capacitance (50 Fg ' at 1 mV s )
and energy density (15 W h kg™ *). The device delivers excellent
specific capacitance retention over 15 000 cycles.
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