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A remarkable improvement in energy density was found using Se-substituted two-dimensional TiS,
(TiSeg.6S1.4) as the insertion matrix in a Li-ion capacitor (LIC) assembly with activated carbon (AC) as the
counter electrode. Chemical vapor transport was successfully used to synthesize high quality TiSeg ¢S1.4
with near-100% crystallinity and subsequently employed as a battery component in LICs. Prior to LIC

fabrication, the Li-insertion properties were assessed in single-electrode configuration with metallic Li.
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Introduction

Recently, the fabrication of high-energy electrochemical energy
storage devices without compromised power capabilities has
been a popular research topic. Although Li-ion batteries (LIB)
are capable of delivering high energies, they cannot translate
the desired power, whereas supercapacitors, specifically electric
double layer capacitors (EDLCs), are able to provide the neces-
sary power, but have low energy densities.”” Integration of both
these energy storage systems into a single device would be an
efficient approach to realizing both high energy and power
capabilities. Amatucci et al.®>® reported the possibility of
hybridizing insertion-type battery components as negative
electrodes (Li,TisO1,) and supercapacitor-type electrodes (acti-
vated carbon, AC) as positive electrodes in the presence of
aprotic organic solutions, called Li-ion capacitors (LICs).”**
Furthermore, LIC fabrication using aqueous solution is
possible, but the decomposition potential of water results in
operating limitations. Therefore, much research activity has
been based on using organic solutions in practical configura-
tions.»®'> AC has been the unanimous choice as the EDLC
component, irrespective of the assembly, and is responsible for
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counterpart were observed for TiSeq ¢S; 4. as supported by the impedance measurements.

boosting the power capability of the system owing to its high
electrical conductivity and surface area, excellent chemical and
electrochemical stability, low cost, and eco-friendliness.”**”
This suggests that the increase in energy density is completely
dependent on the development of high-performance insertion-
type materials.

Among insertion-type materials exploited in prospective
LICs, Ti-based materials, such as anatase and bronze phases of
TiO,, Li,Ti501,, LiCrTiO,, TiP,0,, TiNb,0,, and LiTi,(PO,);, are
appealing.”*** The high theoretical capacity (~175 mA h g™ ")
and low insertion potential (~1.55 V vs. Li) of spinel Li,TisO;, as
a negative electrode has resulted in great progress toward the
fabrication of commercial high-performance LICs in combina-
tion with AC. However, the energy density remains too low for
high-end applications, such as electric vehicles and hybrid
electric vehicles.”®** Therefore, research to develop existing
Li,TisOq, and explore new insertion-type materials has been
greatly accelerated. Accordingly, we have attempted to explore
the possibility of using two-dimensional (2D) titanium sulfo-
selenides (specifically, TiSeyS;.4) as an insertion matrix for
the reversible accommodation of Li ions.*** Employing 2D
materials is among the best approaches for realizing perfect
intercalation processes by utilizing the van der Waals gap
between two adjacent layers. Furthermore, the higher theoret-
ical capacity (~191 mA h g~ ') and single-phase reaction of these
fascinating compounds is noteworthy.”***** Herein, a well-
established chemical vapor transport (CVT) method is
employed to prepare TiSe,¢S;4 Of the highest crystalline
quality, which is subsequently employed as an insertion anode
in combination with AC. Mass loading between the electrodes is
optimized based on the half-cell performance with metallic Li
prior to fabrication of the AC/TiSe, ¢S;.4-based LIC. Necessary

J. Mater. Chem. A, 2017, 5, 19819-19825 | 19819


http://crossmark.crossref.org/dialog/?doi=10.1039/c7ta04470d&domain=pdf&date_stamp=2017-09-22
http://orcid.org/0000-0003-1357-7717
http://dx.doi.org/10.1039/c7ta04470d
http://pubs.rsc.org/en/journals/journal/TA
http://pubs.rsc.org/en/journals/journal/TA?issueid=TA005037

Published on 29 August 2017. Downloaded by CHONNAM NATIONAL UNIVERSITY on 28/09/2017 07:27:18.

Journal of Materials Chemistry A

structural and electrochemical studies are performed and dis-
cussed in detail.

Experimental

TiSep.6S1.4 crystalline bulk layered compounds were grown
using CVT. Initially, pure titanium (99.9%, Alfa Aesar), sulfur
powder (Puratronic, 99.999%, Alfa Aesar), and selenium shots
(Alfa Aesar, 99.99%) were sealed in an evacuated quartz tube
(107° Torr) with a small amount of iodine (I,) added as
a transport agent (2 mg cc™'). The sealed ampoule (tube) was
placed in a two-zone furnace with a temperature profile of 690-
640 °C for a period of 14 days.** To prevent the ampoule
exploding inside the furnace, the temperature was increased
gradually (~5 K min~'). The product was then carefully
removed from the sealed ampule for further studies.
Secondary electron imaging (SEI) of the single crystal was
performed using a SEM-JSM-6360 instrument (JEOL). Elemental
distributions over crystal surfaces were studied using energy-
dispersive X-ray (EDAX) analysis, which provided semi-
quantitative = compositional information. Corresponding
elemental EDAX mapping of the synthesized sample was per-
formed using the attached detector. Powder X-ray diffraction
(P-XRD) data of single crystals were obtained with a Bruker D8
advance diffractometer (Cu Koo = 1.5406 A radiation at 45 kV,
30 mA). Transmission electron microscopy (TEM) for selected
area electron diffraction (SAED) was performed using JOEL HR-
TEM 2010. Micro-Raman spectroscopy analysis was performed
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using WiTec Confocal Raman system (excitation wavelength,
532 nmy; laser spot size, ~786 nm).

All electrochemical studies were performed in a CR2016
coin-cell assembly. Composite electrodes were formulated with
10 mg of active material (AC or TiSey ¢S1.4), 1 mg of conductive
additive (Super P), and 1 mg of Teflonized acetylene black
(TAB-2) as binder with ethanol. The slurry was placed over
a 16 mm stainless steel mesh (Good Fellow, UK) and dried at
60 °C overnight before preparing test cells. Single-electrode and
half-cell performances were studied using metallic Li as the
counter and reference electrodes separated by Whatman paper
(no. 1825-047). LiPF¢ (1 M) in ethylene carbonate and diethyl
carbonate was used as the electrolyte. LICs were assembled
using a fixed TiSeq ¢S4 weight and adjusting the AC loading
based on the half-cell performance with Li, while maintaining
the aforementioned formulation. Galvanostatic studies were
conducted at ambient temperature conditions (25 °C) using an
Arbin BT2000 battery tester. Electrochemical impedance
measurements were recorded on a Solartron 1470E instrument
coupled with a frequency response analyzer.

Results and discussion

The P-XRD pattern confirmed the formation of a highly crys-
talline TiSe,¢S;.4 phase, showing sharp high-intensity diffrac-
tion peaks. The obtained P-XRD pattern is shown in Fig. 1a, in
which all peaks belonged to the near-identical reported phase of
TiSep 665132 (P3m1), indexed to ICSD file no. 650871. The

Fig.1 (a) Powder X-ray diffraction pattern of as-grown TiSeq ¢S1 4 indexed with standard ICSD file no. 650871 (TiSeq 6651 34). (b) optical image of
as-grown crystal flakes of TiSeg¢S1 4, (C) semi-quantitative analysis of as-grown TiSeg ¢S 4 crystallites, and (d) simulated crystal structure of
TiSep.6651.34 (ICSD 650871) showing the layered compound morphology.
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elemental composition of the synthesized phase was validated
by X-ray fluorescence (Fig. S11). The incorporation of bigger Se
atoms in the lattice at S sites resulted in enhanced lattice
parameters and inter-layer spacing in comparison with pristine
TiS,, as discussed in previous work.”®* TiSe,¢S;.4 crystalline
flakes of micrometer-to-millimeter size were obtained using the
method described above (Fig. 1b). A simulated structure of the
above ICSD file was generated with the help of the VESTA 3.3
program, as shown in Fig. 1d, depicting the layered morphology
of the synthesized compound that made it suitable for charge
storage applications.

Initially, SEM/EDAX measurements were performed to
investigate the semi-quantitative analysis of the prepared
compound, as shown in Fig. 1. Fig. 1c shows a near-perfect
stoichiometric ratio, indicating the purity of the product ob-
tained. The homogeneous nature of the substitutional solid-
solution compound was established by performing elemental
EDAX mapping of a typical flake of the as-grown sample (Fig. 2).
Raman spectroscopy study was also performed on the TiSe, 651 4
crystals to further establish the nature of the synthesized
compound. The resulting spectrum was relatively similar to
pristine TiS,, with signals near the associated characteristic
modes, such as E; and A, positioned at ~233 and ~326 cm ™,
respectively.** The shift in the signal of A;g-like mode and the
emergence of an additional signal near the E,-like mode were

View Article Online
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due to the presence of Ti/Se bonds in addition to Ti/S bonds,
and are typical of such transition metal dichalcogenides.** To
further determine the structure at atomic level, high resolution
transmission electron microscopy (HR-TEM) data, including
low magnification image, high resolution image, and select area
electron diffraction (SAED), were collected and analyzed, con-
firming the hexagonal symmetry (P3m1) of the atoms in the
TiSe( 5.4 single crystal (Fig. 2c-e).>**

Before constructing the high energy LIC, the optimal mass
loading of the two electrodes components, namely the battery
(TiSeq.¢S1.4) and supercapacitor (AC), needed to be determined.
The battery-type material underwent a perfect faradaic reaction
during the charge-discharge process, while the supercapacitor
component obeyed a double-layer formation across the elec-
trode-electrolyte interface (accumulation of charge carriers over
the AC surface). This clearly suggested the involvement of AC in
a non-faradaic process."**** The two different charge storage
mechanisms in an LIC require the mass loading of AC and
TiSep6S:.4 to be adjusted to maximize the energy density.
Furthermore, the splitting of applied potential was dependent
on the capability of the individual electrodes, irrespective of the
storage mechanism.** As mentioned above, balancing the
loadings of the electrodes enabled the maximum energy density
to be realized. Therefore, half-cell/single-electrode studies were
conducted for both AC and TiSe, S, 4 with metallic Li under
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Fig.2 (a) EDS elemental mapping of a typical as-synthesized crystalline flake of TiSeg ¢S1 4. (b) Raman spectra of the Se-substituted compound
(TiSep.6S1.4) compared with that of pristine TiS,, (c) low-resolution transmission electron microscopy image of the dispersed sample after
sonication in ethanol, (d) corresponding high-resolution transmission electron microscopy image, and (e) selected area electron diffraction

pattern.

This journal is © The Royal Society of Chemistry 2017

J. Mater. Chem. A, 2017, 5, 19819-19825 | 19821


http://dx.doi.org/10.1039/c7ta04470d

Published on 29 August 2017. Downloaded by CHONNAM NATIONAL UNIVERSITY on 28/09/2017 07:27:18.

Journal of Materials Chemistry A

a constant current density (such as 100 mA g '). As AC was
procured from a commercial source (Kuraray, Japan), the Li/AC
results were supplemented (Fig. S1}). The electrochemical
activity of the Li/TiSe, ¢S; 4 cell only is discussed in this section
and is shown in Fig. 3. The cell displayed a Li-insertion capacity
of ~161 mA h g™, which was ~84% of the theoretical capacity
(~191 mA h g™ '). In contrast, the capacity of ~129 mA h g~ " was
only reversed upon charging with a coulombic efficiency of
~80%. The irreversible capacity (~32 mA h g~ ') obtained from
the first cycle was in line with the native compound, TiS,, which
exhibited an irreversible capacity of ~22 mA h g~ *.>® Except for
the first cycle, no irreversibility was observed and the cell
showed excellent cycling stability. Furthermore, very high
coulombic efficiency was registered in subsequent cycles
(>99%). This clearly indicated that larger-sized Se substitution
not only suppressed Li-intercalation in the van der Waals gap,
but also diluted the efficiency in the first cycle. However, no
reduction in Li insertion potential was noted and the presence
of monotonous charge-discharge curves confirmed the single-
phase reaction upon Li insertion/extraction.

Rate capability is another important factor for electrode
materials in which mass loading of the active material plays
a vital role. Therefore, a constant amount of active material was
used in this study (10 mg), with the corresponding electro-
chemical profiles shown in Fig. 4. As expected, increasing the
current rate tended to decrease the capacity. This was normal
behavior because of partial utilization of the active material.*®
For instance, even at a high current rate of 600 mA g~ *, the cell
produced a capacity of ~50 mA h g~ . Interestingly, irrespective
of the applied current rate, the Li/TiSeq ¢S 4 cell showed a high
coulombic efficiency. This notable performance led us to
fabricate the LIC with AC. Prior to this assembly, the anode

g
©
1

(a)

2.6 1-3
2.44
2.2
2.0

Potential (V vs. Li)
.2

1.4 . . . . . .
0 25 5 75 100 125 150
Capacity (mAh g™

175

(b)

9
-
a
o

1
p—

14 16 18 20 22 24 26 28
Potential (V vs. Li)
T T T T T

0 10 20 30 40 50 60 70
Cycle number

Fig. 3 (a) Electrochemical performance of Li/TiSegeS; 4 cell at 1.5-
2.8V vs. Liat a current density of 20 mA g~2, and (b) plot of capacity vs.
cycle number. Inset: differential capacity profiles of first three cycles in
Fig. 2a. Active mass loading: 10 mg.
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Fig. 4 (a) Typical charge-discharge curves of Li/TiSepeS14 cell

between 1.5-2.8 V vs. Li at various current densities, and (b) plot of
capacity vs. cycle number. Active mass loading: 10 mg.

(TiSep.S1.4) to cathode (AC) loading had been fixed at a 1: 2.8
ratio (5 mg : 14 mg), which was calculated from the half-cell
performance of both materials with metallic Li under
a constant current density (Fig. S2 and S37).

AC/TiSe( ¢S; 4-based LICs were fabricated in CR 2016 coin-
cell assemblies with adjusted mass loadings, and the corre-
sponding electrochemical profiles are shown in Fig. 5. As
expected, increasing the applied current rate tended to decrease
the discharge time. The applied current rate was calculated
based on the active mass loading of both electrodes; for
example, 1 A g~ ' corresponded to 19 mA (total mass loading,
19 mg). Furthermore, the total mass loading was used to
calculate the energy and power densities. Upon charging, Li
ions present in the solution were intercalated in the TiSeq ¢S; .4
lattice by obeying the faradaic reaction. On the counter elec-
trode, the anions (PFs ) were attracted to the positive side,
eventually forming an electric double layer across the electrode-
electrolyte interface. This double layer formation not only
boosted the power capability of the system, but also maintained
charge neutrality in the solution. This process was reversed
during discharge. Accordingly, the energy and power density
values were calculated using the following equations:

i(A)xV _ PxAt

P=—"2""__ and E=
m(mg) x 106 " 3600

where i is the applied current (A), At is the discharge time (s), m
is the total weight of active materials in both electrodes (19 mg),
and V is the working potential of the cell measured at the
intersection point of the charge-discharge curve at each current
rate. The AC/TiSe, S1.4-based LIC delivered a maximum energy

This journal is © The Royal Society of Chemistry 2017
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Fig. 5 (a) Typical charge—discharge curves of AC/TiSeq S14-based
LIC at different current densities. Applied current density based on
total mass loading (19 mg), and (b) Ragone plot of AC/TiSeq ¢S1 4-based
LIC compared with the AC/TiS, system.

density of ~50 W h kg™ ", which was ~14 W h kg™~ " higher than
the parent compound in a similar setup (AC/TiS,).>® This rep-
resented ~40 and ~73% improvements in these values when
applying lower and high power rates compared with the TiS,-
based LIC. This remarkable enhancement was mainly due to
partial substitution of Se. This partial substitution increased the
interlayer spacing between the two adjacent TiSe,¢S;.4 layers,
which weakened the van der Waals forces between the layers.
This eventually led to a facile Li-insertion/extraction process
and promoted the energy density of the system compared to the
native system (TiS,), especially at higher power rates. Further-
more, the AC/TiSe, 51 4-based LIC displayed much better elec-
trochemical storage behavior than other systems, such as TiS,,*®
TiO,-B*', LizV,(PO,);,* and LiNiy sMn; 50, (octahedral sites)®”
with AC as the counter electrode (Fig. S4t). Although Se
substitution suppressed the reversibility compared to TiS,, the
overall AC/TiSe, ¢S;.4-based LIC performance was found to be
appealing. As noted above, at higher power rates, the energy
density declined owing to partial utilization of the active
materials. This AC/TiSe¢S;.4 system even displayed much
better performance than the commercial AC/Li,Ti5O;, system."
However, power density was an issue in the AC/TiSeq6S1.4
system, but can be easily tackled by adopting carbon coating, or
formulating composites of carbonaceous materials, such as
graphene, AC, and carbon nanotubes, and battery-type
components, or modifying AC with surface functionalization,
such as heteroatom doping and tailoring micro/mesoporosity.

Cyclability is another crucial factor when studying the
possibility of practical applications. Accordingly, AC/TiSeq ¢S1.4-
based LIC was subjected to a high current cycling (1 A g™ ") and

This journal is © The Royal Society of Chemistry 2017
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Fig. 6 (a) Galvanostatic cycling profiles of AC/TiSeqeS;4-based LIC
cycles at current density of 1 A g~! with coulombic efficiency,
assuming an energy density of ~25 W h kg™t at 100%, and (b) elec-
trochemical impedance spectra of the AC/TiSeq ¢S 4 cell recorded at
different intervals.

the corresponding coulombic efficiency is shown in Fig. 6. The
energy density at 1 A g~" was normalized to 100% and the
cycling profiles were calculated accordingly. A decrease in
energy density was noted upon cycling; for example, ~69%
(~17 W h kg™ ") of the density was retained after 5000 cycles.
Although, this decrease was slightly larger for the AC/TiSe( ¢S; .4-
based LIC, the delivery was much better than the TiS,-based
LIC,*® in which ~75% retention was noted after 2000 cycles,
while ~85% retention was found in the AC/TiSe, ¢S; 4 System. It
has been well established that the formulation of composites
with carbonaceous counterparts not only improves the power
capability of the system, but also improves the capacity reten-
tion characteristics. The same strategy could be applied to
further improve the cyclability of LIC, as our main goal was
to maximize the energy density of these fascinating 2D dichal-
cogenides, preferably TiS,-based compounds, to obtain
commercially applicable materials without compromising the
cyclability.** EIS spectra of the AC/TiSeq6S;.4-based LIC are
shown in Fig. 6b. The Nyquist plot was composed of three main
regions, with the high-frequency region likely associated with
solution resistance, the medium-frequency region related to the
charge-transfer (Rcr) properties, and the vertical tail (Warburg
tail) attributed to the diffusion controlled process. The increase
in cell impedance (Rcr) was mainly associated with the forma-
tion of a poor Li phase via irreversible consumption during the
first discharge. The rich Li phase started forming and a decline
in the Rcr values was recorded, which was highly conductive
and formed via the slower accumulation of the desired Li ions
with extended cycling. Marginal increments in Rcr were noted
for AC/TiSe, 6S1.4-based LICs, even after 5000 cycles, in contrast
to AC/TiS,. This clearly suggests that the battery-type compo-
nent was not involved in the undesirable side reaction with the
electrolyte solution. This is an important advantage of this kind
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of 2D material. Studies toward improving the energy density
and retention characteristics are in progress to continue pro-
gressing this material to be commercially viable without
compromising the power capability.

Conclusion

We successfully demonstrated the possibility of using Se-
substituted TiS, as promising insertion hosts for reversible
accommodation in Li ions for Li ion capacitors assembled with
AC as the counter electrode. The AC/TiSe, ¢S;.4-based LICs
delivered a maximum energy density of ~50 W h kg™ ' and
satisfactory cycling profiles. Furthermore, the AC/TiSeqS1.4
cell, in particular, the battery-type component, exhibited excel-
lent all-round characteristics, including energy density, cycla-
bility, and low unwanted reactivity with the electrolyte,
compared with its native phase, TiS,. We believe that Se
substitution is a major reason for these enhancements. Further
studies are in progress to improve the performance to make the
system commercially viable.
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