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ABSTRACT: Conversion-based transition metal sulfide
compounds have been considered as a promising anode
material for sodium-ion batteries (SIBs). The major obstacle
of these conversion-type anode materials is a large volume
change in the course of sodium-ion conversion, which
deteriorates their structural stability. Herein, we report a
rational combination of pyrrhotite Fe, .S with alabandite
MnS as an anode material with the subsided structural
degradation and improved storage ability for SIB.
Impressively, the Fe,_,S/MnS composite electrode initially
delivered a discharge capacity of 602 mAh g™' at 100 mA g™
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with good cycling stability and excellent rate capability, which reveals its enhanced sodium-ion storage capacity as compared to
its pristine electrodes (Fe,_,S, MnS). Electrochemical impedance spectroscopy and cyclic voltammetry analyses demonstrate
the enhanced rate performance and improved cycling stability of the Fe; ,S/MnS composite electrode as well as better
pseudocapacitive contribution. The cooperative effect of the Fe; ,.S/MnS composite anode makes it as a promising anode

material for SIBs.
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B INTRODUCTION

Increasing environmental problems and the exhaustion of fossil
fuels need the next-generation electrochemical energy con-
version and storage devices."” Among various energy storage
and conversion devices, lithium-ion batteries (LIBs) have
engaged immense debate due to the their exceptional energy
density and excellent cycle life.*~” Recently, with ever rising
demand in the secondary batteries, sodium-ion based batteries
(SIBs) have been received expanding demand by many
researchers by cause of their analogous energy storage
mechanism to the LIBs. In addition, the lower cost of sodium
by its high abundance and widespread nature can advance their
substantial grid based energy storage systems in near future.*” '
However, the development of SIBs is still hindered by their
inferior restraints, such as higher molar mass and larger ionic
radius than lithium."'~"* To meet the commercial requirements,
it is essential to flourish the high-capacity electrode materials by
surviving with its initial capacity for long lasting and satisfying
rate capability.'*"> Metal sulfides such as MoS,, CoyS, FeS,,
Sb,S;, and SnS have been attracted as an encouraging anode
materials in the secondary batteries, especially in SIBs.**" 6720
Among them, iron sulfide is being studied as a suitable candidate
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by reason for its high theoretical capacity, environmental
benevolence, and inexpensiveness.”' ~** Furthermore, FeS, has
been used as an electrode material in the commercialized
primary cell.**** However, the main concern of FeS, is the large
volume change occurred during continuous sodium insertion
and extraction, resulting in poor electrochemical performance
for rechargeable battery. Recently, the nonstoichiometric iron
sulfides (Fe,_,S) have drawn a lot of attention and studied as the
potential electrode material for SIB anodes. Li et al. reported a
scalable preparation of Fe; S with high discharge capacity and
unprecedented rate capability by pseudocapacitance contribu-
tion.”® Xiao et al. investigated a sodium-ion storage character-
istic of the CNT enclosed Fe,_.S composite with a reversible
capacity of 448 mAh g™! after 200 cycles.”” Pan et al. reported a
Fe; O,/Fe_ S@C@MoS, composite material delivering a
specific capacity of 650 mAh g™ at 100 mA g~'.** As like
other iron sulfides, the long-term stability and rate efficiency of
Fe,_,S are not good due to its structural degradation by large
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Scheme 1. Schematic Description of the Preparation of Fe,_.S/MnS Nanocomposites
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volume expansion. On the other hand, MnS is a relatively low-
cost metal chalcogenide and has been studied as an effective
electrode material (with a high theoretical capacity of 616 mAh
g™") for LIBs.”””" Recently, Gao et al. presented that the hybrid
composed of MnS and carbon fiber exhibited a low specific
capacity with relatively better long-term stability and rate
efficiency.”’ Gao et al. reported the ameliorated electrochemical
performance of rod-like carbon-coated MnS synthesized from
metal organic frameworks as an anode material for SIBs with
enhanced cycling and rate capability.” However, its low
electronic conductivity, low charge transfer rate, and lar%e
volume change lead to poor electrochemical performance.””>?
To mitigate the large volume change of the metal sulfides, many
approaches including carbon coating, graphene encapsulation,
and hybrid with other metal sulfides have been investi-
gated. ' 187292223 According to the previous studies, the
composite of two different metal sulfides could enhance the
electrochemical output in terms of better durability, high
discharge capacity, and rate capability. Geng et al. reported the
improved cycling performance of CogSg/MoS, yolk—shell
electrodes for SIBs even though the pristine CosSg and MoS,
exhibited poor cycling stability.'” Recently, rate capability of
SIBs was enhanced by utilizin§ CoySg/MoS, yolk—shell with the
N-doped carbon composite.** Tan et al. reported the CoS/NiS
composite anchored on reduced graphene oxide for LIBs.*
More importantly, Zhao et al. reported the combination of MnS
with Fe to form Fe, Mn,__S solid solution to improve the cyclin%
stability in comparison with their pristine MnS and FeS.’
However, the hybrid structures of Fe, .S with other phases of
metal sulfides are very limited. It motivated us to study on the
combination of pyrrhotite Fe,_.S with alabandite MnS, which
may provide cooperative benefits that manifest the whole
structural advantages over the individual components. Our
results in this study demonstrate that the Fe,_.S/MnS
composite electrode exhibits improved rate and cycling
performance compared to their individual materials.

B EXPERIMENTAL SECTION

Preparation of Fe, O; Nanospindles. Fe,O; nanospindles were
synthesized via one pot and facile hydrothermal method.*” Briefly, a
proper amount of FeCl; was dissolved in deionized water. Few amounts
of urea and ethylene diol were added into the solution as a protective
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agent, and the mixture was kept at vigorous stirring for several minutes.
Then, the prepared solution was shifted to an 80 mL autoclave (Teflon-
lined) and heated to 180 °C for 12 h in the hot oven. Subsequently, the
autoclave was placed for cooling to normal temperature after reaction.
Afterward, the collected product was washed and finally dried at 80 °C.

Preparation of Fe,03/MnO, Nanocomposites. A proper
amount of the Fe,0; nanospindles was dispersed in solution containing
50 mmol of KMnO,. The mixed solution was placed for stirring and
sonication. Immediately, the solution was subjected to a hydrothermal
reaction at 160 °C for 12 h. The obtained precipitate was collected and
washed with distilled water and ethanol. For comparison, MnO, was
prepared without the addition of Fe,O;.

Preparation of Fe;_,S/MnS Nanocomposites. The prepared
Fe,03/MnO, nanocomposites were mixed with thioacetamide as sulfur
source in the weight ratio of 1:3 and grinded well using agate mortar.
The mixed powder was transferred to the alumina boat and kept inside
the tube furnace. The sulfurization reaction was carried out by heating
the furnace to 600 °C for 5 h at Ar atmosphere (with 1 °C min™"
ramping rate)to obtain Fe,_,S/MnS (1:1) nanocomposite. For
simplicity, this composite will be denoted as Fe, .S/MnS. For
comparison, the pristine Fe, S and MnS were prepared using the
same procedure by mixing thioacetamide with the prepared Fe,O; and
MnO,, respectively. Other Fe;_,S/MnS (2:1) and Fe,_,S/MnS (1:2)
composites were also prepared by varying the initial precursors.

Material Characterization. X-ray diffractometer (D8 Bruker) was
used to collect X-ray diffraction pattern of all the samples with
wavelength of 1.5405 A (Cu Ka radiation). Raman spectroscopy was
used to investigate the bonding nature of the prepared materials by
Dongwoo optron (Model: MonoRa 780i). Morphology of all samples
was examined by scanning electron microscope (SEM, NOVA Nano
SEM-450) furnished with energy dispersive X-ray spectroscopy (EDS)
and high-resolution transmission electron microscope (HR-TEM,
JEOL, JEM 2100F) equipped with mapping technique. Oxidation state
of the prepared material was studied using X-ray photoelectron
spectroscopy (XPS) using a VG Multilab ESCA System (220i) with
Mg/Al Ka radiation.

Electrochemical Measurements. A slurry was prepared for
making electrode by grinding the synthesized Fe,_,S, MnS, and Fe,_,S/
MnS as an active material, carboxy methyl cellulose (CMC) as binder
and Super-P as a conductive agent at 70:15:15 (weight ratio) using
water as the solvent. Subsequently, the slurry was coated onto the Cu
foil using doctor blade to make electrode and dried in an oven at 80 °C
for 12 h at vacuum condition. The mass of active material was measured
to be about 3.0 mg cm > To investigate the electrochemical
performance of the prepared electrodes, a coin cell (CR2032) was
made using a sodium foil (Alfa Aesar 99%) at one side and the prepared
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Figure 1. (a) XRD patterns of Fe,_.S, MnS, and Fe,_,S/MnS nanocomposite. Crystal structures of (b) Fe,_,S and (c) MnS.
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Figure 2. (a) FE-SEM image, (b) EDS result, (c, d) TEM images with different magnifications of the Fe,_.S/MnS nanocomposite. (¢) HR-TEM
image with SAED patterns showing (1) Fe,_,S and (2) MnS in the nanocomposite. (f) TEM image and elemental mapping images of (g) Fe, (h) Mn,

and (i) S atoms in the Fe,_,S/MnS nanocomposite.

electrode at another side as a working electrode with a glass fiber as a
separator (Whatman). Liquid electrolyte solution was then injected
into the coin-cell. The electrolyte solution was prepared by dissolving
1.0 M NaClO, in the mixed solvent of ethylene carbonate and
propylene carbonate (volume ratio: 1:1) containing 10 wt %
fluoroethylene carbonate. The content of water in the electrolyte was
measured to be <20 ppm by Karl Fisher titration using Mettler-Toledo
Coulometer. All the coin-cells were fabricated inside glovebox at argon
gas atmosphere. CH instrument (CHI 600D) was used to perform
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electrochemical impedance spectroscopy and cyclic voltammetry at 25
°C. Battery cycler (WBCS 3000, WonA Tech Co., Ltd.) was used to
conduct the charge and discharge cycling test of the cells at 25 °C.

B RESULTS AND DISCUSSION

Hydrothermal reaction and sulfidation were used to synthesize
the Fe,_,S/MnS nanocomposite, as presented in Scheme 1. The
prepared Fe,O; nanospindles was hydrothermally treated with
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Figure 3. (a) Raman spectrum of the Fe,;_,S/MnS nanocomposite. XPS spectra of (b) Fe 2p, (c) Mn 2p, and (d) S 2p core-level spectrum of the

Fe,_,S/MnS nanocomposite.

KMnO, solution to form Fe,O;/MnO, composite. This
composite was subjected to the sulfurization reaction by
grinding with thioacetamide to finally form the Fe;, .S/MnS$
nanocomposite.

Figure Sla—c show the XRD patterns of Fe, O3, MnO,, and
Fe,0;/MnO, composite materials. All the crystalline peaks in
the Fe,O; material correspond to the planes for hematite phase
of a-Fe,05 (JCPDS: 33—0664) without any other impurities.
The additional peaks were observed at the angle of 12.5°,24.9°,
36.7°, and 65.7°, when introducing MnO, into Fe,O;. They can
be indexed to the (001), (002), (100), and (020) planes of
Birnessite 6-MnO,. The Fe,0;/MnO, composite was pulver-
ized with thioacetamide and subjected to sulfidation reaction at
high temperature. During the sulfidation reaction, Fe,O3 was
reduced to Fe; O, wherein Fe; O, contains two oxidation states
of Fe** and Fe**. These two ions can be coordinated with sulfur
atom from thioacetamide to form a complex structure followed
by the cleavage in thioacetamide to produce the non-
stoichiometric Fe;_,S.** Similarly, MnO, was initially reduced
to Mn; O, and further reduced to MnO during high temperature
reaction. Mn** ions in MnO can coordinate with sulfur atoms in
thioacetamide and followed by the formation of MnS by the
cleavage of coordinated bonds in thioacetamide under inert
atmosphere.”®

Figure la shows the XRD patterns of the Fe,_,S, MnS, and
Fe,_,S/MnS composite. All the diffraction peaks observed in
Fe, .S material can be assigned to the hexagonal phase of
pyrrhotite Fe,_.S without any other impurities or phases.”> The
crystalline peaks at 29.9°, 31.0°, 33.7°, 43.7°, 53.0°, 57.1°, 65.1°,
and 71.3° can be indexed to the (100), (002), (101), (102),
(110), (103), (201/004), and (202) planes, respectively, which
correspond to the JCPDS card no. 29—0726. In the case of the
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Fe,_,S/MnS composite, there are some sharp peaks that can be
identified as the cubic phase of MnS (space group of Fm3m).
These peaks could be found in the pristine MnS and the
obtained peaks were indeed matched with the standard JCPDS
file no. 01—1089.” Figure S1d shows the XRD patterns of the
Fe,_,S/MnS (2:1 and 1:2) composites. As seen in the figure, the
Fe,_,S/MnS (2:1) composite exhibited similar peaks with
Fe,_,S/MnS (1:1) composite; however, some impurity peaks
corresponding to the elemental Fe and unreacted Fe;O, were
observed. On the other hand, the Fe,_,S/MnS (1:2) composite
showed more dominant MnS peak with unreacted Mn;0,.*
Figure 1b,c shows the crystal structures of the corresponding
Fe,_,S and MnS, respectively. According to their crystal
structures, the S ion resided in the trigonal prismatic sites,
whereas Fe ions occupied in the octahedral sites in the pyrrhotite
Fe,_,S. Mn ions occupy the octahedral sites that are surrounded
by six sulfur atoms in the alabandite MnS.

Figure S2 shows the FE-SEM images of the hydrothermally
prepared Fe,0;, MnO,, and Fe,0;/MnO, composites. As can
be seen in the images, the nanospindle and nanoflower-like
morphologies are observed for Fe,O; and MnO,, respectively. In
the case of Fe,03;/MnO, composite, two materials are uniformly
interconnected with each other. After sulfidation at 600 °C
under inert atmosphere with thioacetamide as sulfur source,
both spindle and flower-like morphologies were destroyed, and
the nanoparticle-like structure was formed by complexation of
Fe and Mn with sulfur coordination for the prepared Fe,_.S/
MnS composite, as shown in Figure 2a. To investigate the
composition of each element in the Fe; ,S/MnS composite,
EDS was performed with FE-SEM image, as presented in Figure
2b. It is found that the Fe, Mn, and S atoms are consistently
scattered in the composite with expected atomic ratio. Figure
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Figure 4. (a) Cycling performance of the Fe,_,S and Fe,_,S/MnS composite anodes, (b) charge/discharge graph of the Fe,_.S/MnS composite anode
at 100 mA g, (c) rate performance of the Fe,_,S and Fe,_,S/MnS composite anodes, (d) charge/discharge graph of the Fe,_,S/MnS composite
electrode at different current densities, and (e) cycling stability of the Fe,_,S/MnS composite electrode at 1000 mA g™". Cycle test was carried out after

two preconditioning cycles at 50 mA g™

2¢,d shows the TEM images of the Fe; ,S/MnS composite at
different magnifications. As shown in Figure 2d, the pyrrhotite
Fe,_,S nanoparticle was covered with sheet-like alabandite MnS
material. The HR-TEM image with SAED patterns in Figure 2e
clearly confirms the presence of Fe,_,S and MnS in the
composite with highly crystalline nature. Moreover, the
presence of all the atoms such as Fe, Mn, and S on the surface
of the particles was proved by the elemental mapping images
presented in Figure 2f—i.

Raman spectroscopy can be used to investigate the bonding
nature of the materials. Figure 3a shows the Raman spectrum of
the Fe;_, S/MnS composite. The peaks observed at 213 and 272
cm™ can be associated with the symmetric and asymmetric
stretching vibrations of Fe—S in the Fe,; , S material,
respectively.*”*" On other hand, the bands at 314 and 370
cm™! are analogous to the transverse optical phonon (TO)
vibration and longitudinal optical phonon (LO) vibration,
respectively, along with the strong photoluminescence band at
645 cm™! in MnS material. >~ **
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Figure 3b—d show the XPS spectra of the Fe, .S/MnS
composite. As shown in Fe 2p core-level spectrum, the peak
could be separated by Fe 2p, , and Fe 2p;,, in higher and lower
binding energy levels respectively. These two core-levels could
be deconvoluted to provide two oxidation states of Fe** (724.2
eV) and Fe’* (726.7 V) in Fe 2p, ,,, whereas Fe** (710.5 eV)
and Fe** (713.5 eV) in Fe 2p;),, respectively.””*" In addition,
satellite peaks were observed at the higher binding energies of
two Fe 2p core-level. Mn 2p core-level spectrum was also
divided into Mn 2p,;, and Mn 2p;, at the higher and lower
binding energy levels respectively. The spin—orbit splitting of
11.7 eV for both Mn 2p core-level further confirms the presence
of MnS.*® One more peak observed around 645 cm™ can be
ascribed to the complex of Mn®" ion with other atoms.***> As
observed in Figure 3d, the S 2p spectrum could be deconvoluted
into the three peaks, 162.9 eV for S 2p, 5, 161.6 eV S 2p;,, and
160.8 eV for metal sulfides.

The electrochemical characteristics of the Fe;_.S, MnS, and
Fe,_,S/MnS composite was evaluated. Figure 4a shows the
discharge capacities of the Fe, .S and Fe, ,S/MnS composite
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Figure S. AC impedance spectra of (a) Fe,_,S and (b) Fe,_,S/MnS composite electrodes before and after cycles at 25 °C. SEM images of (c) Fe,_,S
and (d) Fe,_,S/MnS composite electrodes at 100 mA g~" after 100 cycles. The scale bars correspond to 10 and 1 ym for image and inset, respectively.

with cycling, which were obtained at the current density of 100
mA g~ after two preconditioning cycles at S0 mA g~ A
maximum discharge capacity of 602 mAh g~! was obtained for
the Fe;, ,.S/MnS composite electrode. On the other hand, the
Fe,_,S electrode delivered a discharge capacity of 524.5 mAh g™
initially and the MnS electrode delivered only 152 mAh g™
(Figure S3a). Figure 4b shows the typical charge and discharge
curves of the Fe;_.S/MnS composite electrode in the potential
range of 0.01—2.5 V at 100 mA g~". The Coulombic efficiency
of the Fe,_,S/MnS composite electrode after two precondition-
ing cycles was 95.7%, which is relatively higher than pristine
Fe,_,S (94.2%) and MnS (89.1%) electrodes. Its discharge
capacity was preserved to 484 mAh g™' even after 100
continuous charge/discharge cycles. In case of pristine Fe, S
and MnS electrodes, the drastic capacity loss was observed after
100 cycles, and their discharge capacities were dropped to 76
and 32 mAh g™ for the Fe,_,S and MnS electrodes, respectively.
Such a large capacity decline is related to the extensive volume
expansion, cracks in the electrode, and slow kinetics of the
electrode material during conversion reaction.’>** Figure 4c,d
and Figure S3b present the rate capability of different electrodes
at various current densities. Clearly, the Fe,_,S/MnS composite
showed much better high rate performance than the Fe,_,S and
MnS electrodes. The Fe;_,S/MnS composite electrode
delivered a relatively high discharge capacity of 290 mAh g™
at 2000 mA g~'. A discharge capacity of 561 mAh g~" at 50 mA
g~' was recovered after high-current cycling, which demon-
strates good rate performance and cycling stability of the
Fe; ,S/MnS composite electrode. Further, the long-term
durability of the Fe,_,.S/MnS composite electrode was evaluated
at high current density of 1000 mA g~'. As shown in Figure 4e,
the Fe, ,S/MnS composite electrode delivered a discharge
capacity of 329 mAh g~ after 100 continuous cycles and
exhibited good capacity retention during cycling. It is believed
that the interconnection of MnS with Fe, S allows good cycling
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stability and enhanced high-rate performance. In addition, the
presence of MnS in the Fe, ,S/MnS composite electrode may
reduce the volume expansion of Fe, .S during conversion
reaction, resulting in the improvement of cycling stability and
rate capability. For comparison, the electrochemical perform-
ance of the Fe,_,S/MnS (2:1) and Fe,_,S/MnS (1:2)
composites was evaluated, and the results are presented in
Figure S4. The initial discharge capacities of Fe;_,S/MnS (2:1)
and Fe;_,S/MnS (1:2) were almost the same irrespective of
composite ratio; however, the values were lower than that of
Fe,_,S/MnS (1:1) composite. The lower initial discharge
capacities might be due to the presence of the impurities in
the active materials. With respect to cycling stability and rate
performance, the Fe;_,S/MnS (2:1) composite exhibited better
performance than Fe;_,S/MnS (1:2) composite, which can be
ascribed to the presence of higher amount of Fe; .S in the
Fe,_,S/MnS (2:1) composite. These results suggest that other
combinations of Fe,_.S and MnS show poor cycling perform-
ance than Fe,_,S/MnS (1:1) composite due to the presence of
oxide-based and elemental impurities, which causes some side
reactions leading to the lower capacity and capacity fading.

To examine the origin for differences in the cycling
performance of various electrodes, the AC impedance spectra
of the electrodes were obtained before and after repeated cycles,
and the results are presented in Figure 5 and Figure S3c. In case
of the Fe; .S electrode, the charge transfer resistance was
drastically increased after 100 cycles, which arose from the loss
of electrode conductivity by relentless volume change of Fe, .S
particles during continuous cycling. Similar behavior was
observed in the MnS electrode, as depicted in Figure S3c. In
contrast, the charge transfer resistance was decreased after 100
cyclesin the Fe;_,S/MnS composite electrode. This is due to the
fact that the conductivity is enhanced and the structural
degradation of the Fe; .S can be suppressed during conversion
reaction by the presence of MnS with Fe,_,S.
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Figure 6. (a) Cyclic voltammograms at various scan rates scanning between 0.2 and 1.0 mV s, (b) the plot of log i vs log v linear fit, (c) relative
contribution from the diffusion-controlled (orange) and capacitive-controlled (blue) processes at various scan rates, and (d) cyclic voltammograms
with the diffusion-controlled (blue area) and capacitive-controlled process (empty area) at a scan rate of 1 mV s~* for the Fe,_,S/MnS composite

electrode.

The ex-situ morphological analyses of the Fe; .S, MnS, and
Fe;_.S/MnS electrodes after cycling were investigated using FE-
SEM, and the results are presented in Figure Sc,d and Figure
S3d. As shown in the figures, the pristine Fe, .S and MnS
electrodes showed many cracks on their surface after 100 cycles.
This is because the pristine Fe,_,S and MnS electrodes could not
sustain over the large volume strain in the course of continuous
de/sodiation processes. The cracks in the electrode cause the
loss of electric contact between current collector, active
materials and conducting carbons, which led to the increase of
interfacial resistances during cycling, as discussed in the AC
impedance results. On the other hand, the Fe,_.S/MnS
composite electrode showed little cracks or damage, indicating
that the composite electrode can able to constrain the volume
changes in the electrode during de/sodiation.

Cyclic voltammetry was carried out to investigate the
electrochemical characteristics of the Fe;_.S/MnS composite
electrode. Figure SS shows the CV curves of the Fe,_.S/MnS
composite electrode at 0.1 mV s™' in the potential range
between 0.01 and 2.5 V during initial three cycles. During initial
cathodic scan, the peaks observed at 0.13 and 0.45 V are related
to the multistep electrochemical reduction. It might be
accompanied by the generation of sodium rich phases by the
conversion reaction between the sodium metal with Fe,_.S and
MnS.”**~* The cathodic current is also arising from the
generation of solid electrolyte interphase (SEI) layer by
reductive decomposition of the electrolyte. The anodic peaks
during the anodic scan are related to the desodiation process.
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The sodium storage mechanism can be explained as following
electrochemical reactions.”

Fe,_,S + Na®™ + 2¢” — Na,S + Fe (1)
Na,S + Fe < NaFe,_ S, + 2Na" + 2¢~ 2)
MnS + Na* + 2¢” < Na,$ + Mn 3)

After initial activation process, the area under the CV curves is
almost same, which implies the good reversibility and cycling
stability of the Fe,;_,S/MnS composite electrode. Cyclic
voltammetry of the Fe, .S/MnS electrode was performed
from 0.01 to 2.5 V at scan rates of 0.2 to 1.0 mV s, and the
resulting CV curves are presented in Figure 6a. When increasing
the scan rate, all anodic and cathodic peaks were almost identical
and slightly shifted toward higher and lower potentials,
respectively, because of the electrode polarization.”® According
to the previous literature, the total charge capacity can be
differentiated into three parts:>' > (i) the contribution of
faradaic current from the diffusion-controlled process by the Na-
ion conversion reaction, (ii) the contribution from the charge
transfer reaction occurred at the surface of the electrode in the
atomic level, called as pseudocapacitance, and (iii) the
nonfaradaic process from the electric double layer capacitance.
The capacitive and pseudocapacitive contribution cannot be
distinguished; however, the total contribution could be
evaluated by the relationship between the peak current (i) vs
scan rate (v) from the CV curves. The respective contribution of
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the capacitive and diffusion controlled process to the total
capacity was estimated according to the power law. The
expression of peak current to the scan rate can be given as i, = a
X 1°, as shown in Figure 6b, where i, is the “peak current”, v is
the “scan rate”, and a and b are the “adjustable parameters”.>’
From this, the determined “b” values for an anodic and cathodic
peaks are 0.84 and 0.77, respectively, indicating the dominance
of pseudocapacitive contribution in the total capacity. In order
to explain the charge storage nature, the power law was modified
to the following eq 4,

i, =ky + kzyl/z (4)
where kv and ky,v'/? are the contribution of current from
capacitive and diffusive processes. The k; and k, in the equation
4 represents the value of slope and intercept calculated from the
iPl/_l/ % versus 1'/? linear fit plot. Thus, the eq 4 was used to
estimate the relative contribution of diffusion/capacitive
behavior, and the results are depicted in Figure 6c. The
diffusion-controlled process was dominated in the charge
storage capacity at lower scan rates. With increasing the scan
rates, the diffusion-controlled contribution declines and the
capacitive contribution gradually increased. Figure 6d shows the
CV curves of the Fe;_.S/MnS composite electrode at 1.0 mV
s~!, which demonstrate the capacitive and diffusion-controlled
contribution to the total capacity. In this figure, the area
highlighted in blue color inside the CV curve represents the
diffusion-controlled faradaic contribution. The difference
between the total capacity and the faradaic contribution
provides the capacitive contribution.

Overall, the enhanced sodium storage capability of the
Fe,_,S/MnS composite electrode can be explained as follows,
(i) combining Fe,_,S and MnS into rationally constructed
composite architectures could supply synergistic benefits; (ii) a
hierarchical composite designed with different metal sulfides
could not only provide affluent redox chemistry, but also
synergistically manifest the merits of individual component; (iii)
the capacity fading could be mitigated by controlling the
structural degradation of one another compared to individual
component through the combination of two different metal
sulfides; and (iv) the pseudocapacitive contribution could be
improved.'”>*>> Such an enhanced capacitive contribution
from the unique structural characteristic and cooperative effect
of Fe;_,.S/MnS composite electrode might be a main reason for
the improved electrochemical performance.

B CONCLUSIONS

We successfully prepared the Fe,_,S/MnS composite material
via hydrothermal and sulfidation reaction. Two different metal
sulfides, Fe,_.S and MnS, with different crystal structures could
be obtained by sulfidation of the Fe, O;/MnO, composite.
Compared to the pristine Fe,_,S and MnS electrodes, the
Fe,_,S/MnS composite electrode presented long life span and
enhanced rate capability. A maximum initial discharge capacity
of 602 mAh g~' was obtained at 100 mA g~' and it maintained to
484 mAh g~' with a capacity retention of >80% after 100 cycles.
The cycling stability of the Fe, ,S/MnS composite electrode
was 4X higher than the Fe, S and MnS electrodes, arising from
the structural stability by accommodating volume strain during
cycling. This exaggerated performance of the rationally designed
Fe, ,S/MnS composite electrode can be explained by the
capacitive contribution at high current rates. Our results
demonstrate that the prepared Fe,_.S/MnS composite material

5928

can be applied as a promising anode material for sodium-ion
batteries.
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