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Spinel LisTisOy, is an extensively studied and successfully commercialized battery type electrode for
lithium-ion capacitors (LICs), mainly due to its abundance, improved rate capability, and safety
guaranteed by the high potential intercalation mechanism. However, still, there is an unanswered
question — is prelithiation necessary for LTO-based LIC systems? In this work, we studied the role of
prelithiation by assembling different LICs with LTO anodes by varying prelithiation levels (Li;xTisO1p, 0 =
x = 3) with activated carbon (AC) electrodes. The disparities in electrochemical performance of such

LICs, energy-power storage capability, and cycling stability are also investigated. The assembled AC/
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Introduction

Lithium-ion capacitors (LICs) are hybrid or asymmetric super-
capacitors, merging the energy storage mechanisms of lithium-
ion batteries (LIBs) and electric double-layer capacitors
(EDLCs).** It is an innovative technology capable of delivering
high energy rapidly with long-term cyclability.>” It was first
presented by Amatucci et al.®® from Telcordia Technologies in
2001. They assembled LICs with nanostructured spinel lithium
titanate (Li,TisO;,) as the battery type intercalation anode and
high surface area activated carbon (AC) as the capacitive type
cathode. Thus formed LICs could deliver an energy density of
~20 W h kg™, nearly 3-5 times that of conventional EDLCs.
Since then, this concept of LICs with a battery type anode and
an ion adsorption cathode in high-voltage battery electrolytes
has continued with further progress accomplished by modi-
fying the electrode-electrolyte system.'*™ Among different
anode materials (carbon materials, transition metal oxides,
polyanions, metalloids, carbon composites, etc.) used for LIC
fabrication, LTO has become the most commonly studied
anode material and holds the second largest market share after
graphite.***¢
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ensures the cycling stability of such LIC systems.

LTO is the first studied anode material that gained much
attention mainly because of its structural stability during the Li-
insertion/extraction reaction, ensuing long-term cyclability in
LIC assembly."” It is known as a ‘zero-strain host’ as it shows
negligible volume change (<1%) during the lithiation-delithia-
tion process.'® Moreover, it operates (charge-discharge plateau)
at a relatively higher voltage (ca. ~1.55 V vs. Li'/Li) within the
stability window of conventional carbonate-based electrolytes.*®
Thus, LTO can provide better safety by evading the electrolyte
reduction on the electrode surface and avoiding the formation
of a solid electrolyte interface (SEI) passivating layer, which
might limit the device's power performance. Importantly, the
Li-plating issues at high current operation are often faced by
carbonaceous electrodes. Spinel LTO (Li TisO;,) has a cubic
crystal structure with the Fd3m space group and empirical
formula [Li,]*[]"*[LiTis]'*?[0,]**¢, which indicates that Li
atoms occupy all the tetrahedral 8a sites and octahedral 16d
sites are filled with Li and Ti atoms in a molar ratio of 1:5.
Moreover, all the 32e sites contain O atoms. The spinel structure
offers a 3D network of channels for Li" ion diffusion. During
lithiation, it takes 3 Li* ions per formula and forms a rock salt
structure (Li,TisO;,) with the empirical formula []**[Lig]"*
“[LiTi5]**‘[04,]**. The inserted Li atoms occupy octahedral 16¢
sites and as a result of coulombic interaction between tetrahe-
dral sites (mutual repulsive force between newly inserted and
initially present Li" ions) cause the migration of Li" ions present
in the tetrahedral 8a site to octahedral 16c sites in a two-phase
separation mechanism with partial reduction of Ti** to Ti**
ions. Thus, the material exhibits a theoretical discharge
capacity of ~175 mA h g~ ', which operates between the de-
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lithiated spinel state Li,TisO;, and lithiated rock salt state
Li;Tis04,.>°? The equation of the reaction can be represented
as:

(spinel LTO)Li,TisO;, + 3Li* + 3¢~ < Li;TisO5 (rock salt
LTO) (1)

However, both spinel and rock salt states of LTO display very
similar lattice parameters with ~0.77% lattice shrinkage in the
lithiated phase (Li,;TisO;,; Fm3m). In addition to cycling
stability and safety, factors such as low-cost precursors and easy
fabrication methods made LTO an attractive LIC anode. In
contrast, limited  intrinsic  electronic = conductivity
(~107"* S em ™) and Li-ion diffusion coefficient (~10~°to 10~ **
em” s7') result in poor performance at high current rates.>*>’
But research on different strategies such as nanostructuring,
carbon coating, particle morphology optimization, doping, and
surface modifications could improve the electrochemical
performance of the LTO anode.****

LICs assembled with LTO anodes and AC cathodes in the
presence of an organic electrolyte, lithium hexafluorophosphate
in ethylene carbonate and dimethyl carbonate (1M LiPF4 in
EC: DMC = 1:1) operate by a combination of two different
charge storage mechanisms. At the AC cathode, charge storage
occurs via double layer formation by adsorption of PFs~ ions
across the electrode surface (eqn (2)). On the other hand, at the
LTO anode, the charge storage occurs via a Li" intercalation
reaction (eqn (3)).

At the cathode: AC + PFg~ < AC' PF4 (double layer) (2)
At the anode: Li4Ti50]2 + 3L1+ + 3¢ « Li7Ti5012 (3)

As mentioned, LTO works at 1.55 V vs. Li*/Li, which is much
higher than the electrolyte reduction potential (~0.7 V vs. Li'/Li)
and ensures a low risk of lithium plating. Hence, such LIC
combinations can use lighter and more economical Al current
collectors for LTO instead of expensive Cu for graphite-based
LICs. However, the lower theoretical capacity (175 mA h g )
than graphite (372 mA h g~') and elevated operating potential
(1.55 V vs. Li'/Li) than graphite (<0.1 V vs. Li'/Li) are worth
mentioning. Among commercial LICs, the LTO and carbona-
ceous material-based configurations are considered power- and
energy type assemblies, respectively. In the case of carbona-
ceous material-based assembly, it desperately requires a pre-
lithiation process owing to the irreversible decomposition of
the electrolyte in the first cycle and wider operating potential.
With a hybrid charge storage mechanism in LICs, the optimum
design of LICs depends on different design aspects such as the
electrode mass ratio, the process of pre-lithiation and electro-
lyte volume, and the type of electrode-electrolyte separator
system.*>*?

Prelithiation in LICs describes the pre-doping or addition of
Li-ions into reversibly transferable (active) sites in the
intercalation-based anode and the electrolyte.®****-** This is the
core of LIC technology and can affect the electrochemical
performance of the LIC device in terms of energy storage and
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cyclability. In contrast, this remains the biggest challenge in
terms of procedure complication and cost. In the case of dual
carbon LICs, which use carbonaceous materials for the anode
and cathode (which do not contain Li" ions), prelithiation is
essential to endure the continuous Li-insertion/extraction
process.***” But in the case of LTO-based LICs, many studies
reported that prelithiation is not required.*®* Still, some
reports specify that it is essential to guarantee increased cell
capacity and cycling stability. Rauhala et al.*® compared the
performance of AC/LTO-based LICs with and without pre-
lithiation. LICs without prelithiation could provide more
specific energy due to minimized active material loading of the
LTO anode. They also added that the effective utilization of the
AC cathode occurs in the prelithiated LIC where the potential of
the LTO anode is stable. Hence, the prelithiated LIC presented
increased coulombic efficiency and cycle life. Xu et al.** stated
that the prelithiation of the LTO anode in LIC assembly aids in
sidestepping the abrupt potential drop/increase at the LTO
anode. They mentioned that it was also helpful to balance the
energy loss due to the high initial potential of the AC cathode.
They proposed a mathematical model predicting the require-
ment for an optimal prelithiation level in AC/LTO and pointed
out that the prelithiation range was a function of the electrode
mass ratio. They conveyed that the prelithiation capacity range
(Cp1) of 34 = Cpy = 102 mA h g~ * with a mass ratio of 2 and an AC
electrode potential of 3.0 V vs. Li'/Li represents the ideal pre-
lithiation range of such a LIC. Recently, Madabattula et al.*>*
studied the need for prelithiation in AC/LTO using a theoretical
model and analyzed the role of negative polarization in the AC
cathode and the limit of prelithiation to improve the electro-
chemical performance. Furthermore, the model established
a protocol for cycling the LIC without pre-lithiation to avoid the
extra cost. In this study, we have experimentally demonstrated
for the first time the role of prelithiation and how different
levels of prelithiation affect the electrochemical performance of
AC/LTO by assembling the LICs and extensively studying the
electrochemical aspect. Thus, we believe this work will provide
a better understanding to optimize the degree of prelithiation to
fabricate a high-performance AC/LTO assembly.

Experimental section

Commercial LTO (Wellcos Corporation, South Korea) and AC
(YP 80F Kuraray, Japan; surface area: 2100 m?® g ', pore volume:
0.97 ml g~ ') were used as anode and cathode active materials
for the LIC assembly. The LTO material was characterized by
powder X-ray diffraction (XRD, D/teX Ultra 250 diffractometers)
utilizing Cu Ka. radiation (40 kv, 200 mA, 2 = 1.5406 A), scan-
ning electron microscopy (SEM S-4700, Hitachi, Japan), energy-
dispersive spectroscopy (EDS), and high-resolution trans-
mission electron microscopy (HR-TEM, Tecnai, Philips, Neth-
erlands, 200 keV). The LTO electrodes were prepared by a slurry
coating method; the slurry was made by mixing LTO, conductive
carbon, and PVdF binder in a ratio of 80 : 10 : 10. After over-
night mixing, the slurry was coated on Al-foil using an auto-
matic thick film coater (MSK-AF A-III, MTI Corporation, USA).
Furthermore, the foil was dried in a hot air oven for 4 hours and
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pressed under a hot roll press (Tester Sangyo, Japan). Electrodes
were punched with a 14 mm diameter electrode cutter. AC
electrodes were fabricated by mixing AC, conductive carbon
(acetylene black), and teflonized acetylene black (TAB-2) binder
in a proportion of 80 : 10 : 10 using a mortar and pestle in the
presence of ethanol solvent and were pressed on a 16 mm
diameter stainless steel mesh current collector (Goodfellow,
UK). Both the electrodes were vacuum dried at 75 °C for 4 hours
before cell assembly. Using Li metal as the counter/reference
electrode, Li/LTO and Li/AC half-cells were assembled. For the
LIC assembly, the LTO electrode was first coupled with Li and
discharged for different time intervals (30 min, 60 min, and up
to complete discharge, ~90 min) to form LisTi5O1,, LigTis01, &
Li;TisO4,. These prelithiated electrodes were paired with AC
electrodes of balanced mass to create corresponding LICs, such
as AC/Li5Ti5;0,, AC/LigTis0;, & AC/Li,;Ti504,. In addition, the
LTO electrode without prelithiation was also coupled with the
AC electrode to form an AC/Li,Ti5sO;, assembly. Both half-cells
and LICs (CR 2016-coin cell assembly) were assembled in an
Ar-filled glove box using Whatman paper (1825-047, GF/F) as
separator and 1M LiPFs EC : DMC, 1 : 1 v/v (Tomiyama, Japan)
as electrolyte.

The electrochemical performance of Li/LTO and Li/AC half-
cells and AC/Li, TisO;, AC/LisTisO;5, AC/LigTisO1, & AC/
Li,TisO4, LICs were studied by galvanostatic charge-discharge
(GCD), cyclic voltammetry (CV), and electrochemical impedance
spectrometry (EIS) techniques using a battery tester (Biologic,
France). The potential windows of the half-cells were fixed as 1-
2.75 Vvs. Li'/Li for the Li/LTO half-cell and 3-4.5 V vs. Li'/Li for
the Li/AC half-cell. The assembled LICs were tested within
a voltage window of 1-3 V. The EIS Nyquist plot was considered
within the frequency range of 10 kHz to 10 mHz at an amplitude
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of 10 mV. The Ragone plot was designed with energy and power
density values of assembled LICs at different current inputs, in
which energy and power density values are calculated based on
the total mass of the active material in both electrodes.

Results and discussion

The X-ray diffraction (XRD) pattern of the LTO anode material is
illustrated in Fig. S1.1 The peak positions and peak intensities
were in good agreement with JCPDS card number 00-049-0207,
which corresponds to a spinel-type cubic structure indexed to
the Fd3m space group with a lattice parameter of 8.36 A.*5
Scanning electron micrograph (SEM) analysis at different
magnifications of LTO powder Fig. 1(a-c) displays micrometer-
sized (<15 pm) spherical particles (secondary particles)
composed of primary particles of 100-500 nm size.*® Thus, the
spherical-shaped particles are formed by the assembly of
primary particles. And it is observed that some of the primary
particles are dropped from microspheres. The porous nature of
this anode material can ensure decent electrolyte penetration
and transport of Li-ions during the charge-discharge
process.*”*® The material's elemental composition was analyzed
by energy dispersive spectroscopy (EDS). Fig. 1(d-g) shows the
EDS layer image, with elemental mapping corresponding to the
presence of C, O, and Ti. The presence of C in the sample
indicates carbon contamination which occurs mainly from
carbon tape. Except for C, no other impurities were spotted in
the LTO material. The transmission electron microscopy (TEM)
image of the material is displayed in Fig. 1(h), further explain-
ing the structure of primary particles in the LTO material. The
high-resolution transmission electron microscopy (HR-TEM)
image in Fig. 1(i) shows a clear lattice fringe with an average

S

5 an % 51/nm

- —

Fig. 1 (a—c) SEM images, (d—g) EDS layered image and corresponding elemental mapping images, (h) TEM image and magnified TEM image in

the inset and (i) HRTEM image and the SAED pattern in the inset.
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spacing of 0.48 nm corresponding to the (111) plane of the LTO
crystal. The selected area diffraction pattern (SAED) in the inset
of Fig. 1(i) shows bright diffraction spots, demonstrating the
well-defined crystalline nature of LTO.

The LTO and AC-based half-cells (Li/LTO & Li/AC) were
fabricated and demonstrated an open circuit voltage (OCV) of
~3.1 & ~3.2 V vs. Li/Li", respectively. Fig. 2(a) presents the
galvanostatic charge-discharge (GCD) profile corresponding to
Li-insertion/extraction into LTO and adsorption/desorption of
PF,~ ions on the surface of the AC electrode. The Li/LTO half-
cell tested within the potential window of 1-2.75 V vs. Li‘/Li
exhibited a specific capacity of 177 and 153 mA h g™ ' at
a current density of 100 mA g ' during the insertion and
extraction of Li into and out of the crystal lattice. The GCD
profile of LTO has a flat and prolonged voltage plateau at
around 1.55 V vs. Li'/Li, representing the first-order phase
transition (or two-phase reaction) from the spinel phase
(LisTi5O15) to the Li-rich rock salt (Li,Ti5sO;,) phase, with the
reduction of three Ti** atoms into Ti*" atoms. Many studies
have already reported that spinel LTO can lodge up to three
lithium ions per formula unit within the considered potential
window, with a negligible volume change of 0.2-0.3% corre-
sponding to a lessening lattice constant from 0.836 to 0.835 nm
during the process of discharge.*~**> The capacitive performance
of the AC cathode material was also tested within the potential
window of 3-4.5 V vs. Li'/Li. The linear GCD profile of the Li/AC

(a) (b)
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half-cell indicates the purely capacitive charge storage mecha-
nism with a discharge capacity of ~53 mA h g”'. As shown in
Fig. 2(b), LTO exhibited a discharge capacity of 123 mA h g~*
even at a current density of 2 A g ', which is tailor-made for
high-power applications. An increase in current density caused
only a slight decrease in the capacity values, which confirms the
excellent rate capability of the LTO material. At the end of 500
charge-discharge cycles, the material maintains a discharge
capacity of 137 mA h g, which is ~76% of the initial capacity
value. The initial coulombic efficiency of the Li/LTO half-cell
was ~85%, but gradually (after 50 cycles), it increased to
>90%. The Li/AC half-cell also showed good cycling stability
with a capacity retention of ~90% after 500 charge-discharge
cycles (Fig. 2(c)). Moreover, at a high current rate of 1 A g™, Li/
LTO half-cells delivered a discharge capacity of 140 mA h g~ *
even after 1000 lithiation-delithiation cycles as shown in
Fig. S2,T which ensures the robustness of the crystal lattice.
To further estimate the electrochemical properties of the
LTO anode material, cyclic voltammetric (CV) and impedance
spectroscopy (EIS) studies on Li/LTO half-cells were carried out.
Fig. S31 depicts the first four-cycle CV profiles within the
potential window of 1-2.75 V vs. Li/Li" at a scan rate of 0.1 mV
s~'. One set of cathodic peaks at 1.66-1.67 V vs. Li*/Li and the
corresponding anodic peaks at 1.44-1.49 V vs. Li*/Li represent
the reduction (Li-insertion) and oxidation (Li-extraction)

processes of the Ti**" couple. Fig. S4(a)t illustrates the CV
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Fig. 2 Electrochemical performance of LTO and AC electrodes in a Li half-cell: (a) typical galvanostatic charge—discharge profile of Li/LTO & Li/
AC half-cells at a current density of 100 mA g%, (b) rate performance of the Li/LTO half-cell at different current rates (0.05-2 A g™%), and (c)
cycling stability of Li/LTO & Li/AC half-cells at a current density of 100 mA g~ and their corresponding coulombic efficiencies.
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profile at different scan rates (0.1-1 mV s~ ') to understand the
kinetics of Li-ion migration. The increase in peak potential with
increased scan rates indicates a slow rate constant for electron
transfer, representing electrode polarization caused by
a restricted diffusion process. Fig. S4(b)} presents a plot of
anodic and cathodic peak current (i) versus the square root of
the scan rate (1/v). Linear plots represent the reversible lith-
iation and de-lithiation of the LTO electrode, and the slope of
the plot provides information regarding the stoichiometry of
redox reactions. Using the Randles-Sevcik equation, the bulk
diffusion coefficient of Li" ions (D) during insertion and
extraction was calculated to be 1.5 x 10~ "° and 1.42 x 10~ °
cm? s, respectively.’®* We also considered bulk Dy;: for a fresh
Li/LTO half-cell from the Warburg tail of the EIS Nyquist plot
within the frequency range of 10 kHz to 1 Hz (Fig. S4(c)).T The
slope of the graph between the impedance and the inverse
square root of angular frequency in the Warburg tail region
represents the Warburg coefficient ¢ (Fig. S4(d)).7>* The value of
o was obtained as 76.97 Q s, and the corresponding diffusion
coefficient was 3.28 x 10™** cm? s™'. Furthermore, the diffu-
sion coefficient of Li' ions within the LTO particles was calcu-
lated from the low-frequency Warburg diffusion of the LTO
anode at different stages of lithiation by considering the
concentration of Li-ions in the solid phase of the electrode
(Fig. S5).1°>*¢ The LTO anode with no prelithiation (Li;Ti5O12),
30 min prelithiation (LisTisO;,) 60 min prelithiation (LigTi5O1,)

View Article Online

Paper

and complete (90 min) prelithiation (Li,Ti;O,,) represents Li"
concentrations of 0.0294, 0.0368, 0.044, and 0.0515 mol cm >,
respectively. The corresponding solid-state diffusion coeffi-
cients were obtained in the range of 10 *® to 10" cm® s ™. The
values were slightly varied for different levels of prelithiation,
pointing out that there is no linear dependence on the Li
concentration because of different energy barriers between the
spinel and rock salt phases of LTO.* It was reported that the
intermediate configurations LisTisO;, and LigTisO;,, having
higher formation energy, exhibit facile Li-ion migration path-
ways compared with the end phases (Li,TisO;, and Li;Ti50;,).>

To study the electrochemical activity of the prelithiated LTO
electrodes (LigTi5s012, 0 = x = 3) in the LIC assembly, these
electrodes were coupled with the AC cathode of balanced mass
loading. By considering the second discharge capacity of the
LTO anode and AC cathode in half-cell assembly, the mass ratio
of the cathode to the anode was fixed at 3.3:1 for the LIC
assembly. The LTO loading for the assembly varies from 1.5 to
2 mg, whereas the AC electrode loading has been accordingly
adjusted as per the ratio. Prelithiation of the LTO anode was
performed in half-cell assembly by limiting the time of
discharge to 30 min (50-55 mA h g™"), 60 min (100-
110 mA h g7 '), and complete prelithiation (~90 min, 165-
180 mA h g7 ') to get LisTi5045, LigTisO1,, and Li, TisO1, forms of
LTO, respectively. These prelithiated electrodes were coupled
with the AC cathode for the fabrication of LICs, such as AC/

-
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Fig. 3

all four LIC combinations at a current density of 0.05 A g%, and (c) comparison graph of CV profiles of all four LICs at a scan rate of 1 mV s
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(a) Discharge profile of the Li/LTO half-cell at different prelithiation levels, (b) comparison graph of the potential vs. time plot obtained for
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LisTi501, (OCV: ~1.52 V), AC/LigTi;01, (OCV: ~1.52 V), and AC/
Li;Tis01, (OCV: ~1.9 V). The LTO electrode without pre-
lithiation (Li,Tis0,,) was also assembled with the AC cathode
(AC/Li4Ti504,, OCV: ~80-100 mV) for comparison. Fig. 3(a)
shows the discharge profile of the LTO anode at different pre-
lithiation levels. The flat potential region represents the pres-
ence of intermediate crystalline phases LisTisO;, and LigTisO;,.
The GCD and CV analysis of the LICs were executed within the
potential window of 1-3 V. Fig. S6(a-d)T depicts the potential vs.
time graph of the assembled LICs at different current rates
(0.05-2 A g 1). The change in the shape of graphs correspond-
ing to LICs of different prelithiation levels indicates the
involvement of potential windows in the LIC performance.
Fig. 3(b) displays a comparison graph of the potential vs. the
time plot obtained for all four LIC combinations at a current
density of 0.05 A g’1. In the case of AC/Li,Ti5O;,, an abrupt
reduction in potential is observed at the upper side of the
voltage window, which is completely contradicting the native
configuration-based LIC, AC/Li,TisO;,. At the same time,
almost complete utilization of the voltage window is detected in
the case of AC/LisTisO1,, and only a slight drop in potential at
the upper side of the voltage window was observed for AC/
LigTi50;,. Fig. S6(e-h)ft illustrates the CV profile of the assem-
bled LICs at different scan rates (1, 3 & 5 mV s '). The CV
profiles are in good agreement with the corresponding GCD
profiles. Fig. 3(c) displays a comparison graph of CV profiles of
all four LICs at a scan rate of 1 mV s ', which shows the
complete voltage window utilization in the case of the AC/
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LisTisO,, LIC in comparison with other LIC combinations.
Apparently, there is a 180° shift in the faradaic region of the
voltage window of LICs assembled with Li,TisO;, and Li;TisO;,.
For the AC/Li,TisO4, LIC, the CV profile shows the position of
redox peaks at the higher end of the voltage window; however,
for the AC/Li;Ti;O;, LIC, it is shifted to the lower end of the
voltage window. This shift is also clear from the GCD profiles of
the LICs. The presence of Li-rich and deficient phases and
associated OCVs are the main reasons for this shift. Generally,
the AC/Li TisO;,-based LICs with an OCV below ~300 mV
exhibited underutilization of the lower side of the voltage
window; however, AC/Li,TisO;, with an OCV above 1.5 V showed
effective utilization of the downside of the voltage window. The
electrolyte is the only source for the Li-ions during the charge-
discharge process of AC/Li,TisO,,-based LICs. However, in the
case of pre-lithiated anodes, Lis.,TisOq,, the plentiful amount
of Li-ions in the host lattice, besides the electrolytes, leads to an
OCV of >1.5 V. As a result, a notable shift in the faradaic region
is observed. In other words, the state of charge is mainly
responsible for this; for instance, AC/Li,TisO;,-based LICs are
first charged during this testing, whereas AC/Li,.,TisO1,-based
LICs first undergo the discharge process due to the availability
of the free Li-ions in the host lattice. Thus, in the CV profile, the
active region of the voltage window of both the LICs displayed
a difference of 180° between them. Since LTO obeys the
“shrinking-core” model for the two-phase reaction, the presence
of such phases is easily identified by conducting EIS studies.*®
The signature of the two-phase reaction is the very sharp redox

—
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Fig. 4 (a) Ragone plot of the assembled LICs at different current rates, (b) EIS Nyquist plot recorded for the assembled LIC configurations within
the frequency limit of 10 kHz to 10 mHz, and (c) long-term cycling performance of the assembled LICs at a current density of 1 A g1,
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peak positions observed during the electrochemical cycling. In
addition to LTO, LiFePO,-based LIC systems may also exhibit
this faradaic shift in the effective voltage region due to the two-
phase formation nature and flat OCV.

Fig. 4(a) illustrates the Ragone plot representing the energy
and power density of assembled LICs at different current input
values. The AC/Li,Ti50;, cell demonstrated better performance
than the other three LIC combinations with a prelithiated LTO
anode. The AC/Li,TisOq, assembly could deliver a maximum
energy density of 84.59 W h kg™ " with a power density of 115 W
kg ! (at a current density of 0.05 A g~ ). However, AC/Li5sTi5O1,
and AC/LigTisOq,-based LICs exhibited almost similar perfor-
mance with maximum energy density values of ~67 W h kg™ ".
In contrast, the fully lithiated AC/Li,TisO,, configuration
demonstrated poor energy storage capability, mainly at high
power density values. Fig. 4(b) shows the EIS Nyquist plot
recorded for the assembled LIC configurations within the
frequency limit of 10 kHz to 10 mHz. The Nyquist plot of AC/
Li,TisO4, LIC consists of a semi-circle in the high-frequency
region representing charge transfer resistance (R.;) and a low-
frequency Warburg tail corresponding to diffusion of Li-ions
in the electrodes. The intercept on the x-axis in the high-
frequency region indicates the value of electrolyte resistance
(Rs)- As LTO is a two-phase material and avoids electrolyte
reduction and hence SEI layer formation, the appearance of two
semi-circles for the LICs with prelithiated LTO anodes can be
associated with the development of two different phases, such
as Li-deficient (Li TisO;,) and Li-rich (Li,;Ti5sO;,). It is under-
stood from the Nyquist plot that prelithiation could effectively
separate these two phases. Apparently, similar to olivine
LiFePO,, the LTO phase also involves the Li-storage process via
the “shrinking-core” model, in which Li-rich and deficient
phases are clearly evident.”® The change in semi-circles’ size
indicates the variation in concentrations of both phases. EIS is
one of the powerful tools to segregate such phases; for example,
Sabet and Sauer® thoroughly analyzed the Li-ion concentration
in LiNiy4Mn, 4C0,0,/graphite cells with state-of-charge by
conducting in situ EIS studies with variation in the size of the
semi-circle which is similar to that in our pre-lithiated LTO
anodes. For AC/Li,TisO;,, it is very clear that the size of the
second semi-circle corresponding to the Li-rich (Li,;TisO4,)
phase is at a higher concentration. It was also sensed that the
overall resistance of the LIC system is increasing with the degree
of prelithiation. Fig. S77 gives the equivalent circuit model to fit
the EIS data of assembled LICs. Fig. 4(c) illustrates the long-
term cycling performance of the assembled LICs at a current
density of 1 A g . AC/Li;Ti5O4, cells could work for over 1000
cycles without a noticeable decrease in capacity. In contrast,
other LIC configurations could maintain >70% of the initial
capacity after 1000 charge-discharge cycles. It is also observed
that LICs with partially prelithiated LTO anodes could attain
marginally better capacity retention than the one without pre-
lithiation (AC/Li,Ti5s04,). This capacity fade in the AC/Li,Ti5O,-
based LIC system may be due to the loss of the active material in
the lithiated/de-lithiated state or due to the loss of Li inventory
(LLI).* Particle cracking, development of resistive layers on the
active sites during side reactions between the electrode and
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electrolyte, and also loss of electrical connectivity between
particles may result in a dip in the active material content.
Consumption of Li during decomposition and other parasitic
reactions may result in LLI. However, the pre-lithiation strategy
can effectively improve cycling stability by mitigating the effect
of Li loss due to side reactions. Moreover, the LTO anode
without prelithiation in the AC/LTO LIC assembly is subjected
to a significant potential variation during discharge of the cell,
and that causes underutilization of the AC cathode, which has
a negative impact on the LIC performance. Optimum pre-
lithiation in the LTO anode can make use of the extra Li content
due to prelithiation and can also exhibit effective involvement
of the AC cathode and capacitive retention for LIC assembly.
However, the completely prelithiated LTO anode exhibited poor
performance due to increased resistance and limited voltage
window utilization. So optimal prelithiation (~50-
100 mA h g ') can be considered as an effective method to
compensate for Li loss, to prevent sudden voltage drift (drop or
increase) during charging and discharging of the LTO anode
and also to ensure effective utilization of the AC cathode in AC/
LTO based LIC systems. Further studies are in progress to probe
more insights into the Liy, TisO;, anode towards the shift of the
faradaic region wupon pre-lithiation irrespective of the
concentrations.

Conclusion

In summary, we studied the need for pre-lithiation in the LTO
anode for LIC assembly with a mass ratio corresponding to
a balanced capacity at both electrodes. The GCD and CV anal-
yses showed unusual electrochemical activity of pre-lithiated
Lig+,Ti5012, 0 = x = 3 anodes in the LIC assembly. There is
a 180° faradaic shift in the CV profile of the assembled LICs,
with Li,TisO;, and Li,Ti;O;, anodes. Active utilization of the
voltage window was detected for the LICs with intermediate
LisTisOq, & LigTisO;1, phase-based configurations. However,
prelithiation could effectively reduce the capacity fade in the
LIC assembly. This study concludes that the step of pre-
lithiation is not crucial for the assembly of AC/LTO LICs while
considering the energy-power storage capability. But, an
optimal prelithiation of the LTO anode, Li5TisO;,, could avoid
a sudden drop in potential at the lower side of the voltage
window. Moreover, prelithiation could guarantee the cycling
stability of the LIC by providing lithium inventory.
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